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Abstract 
 
Avalanche photodiodes (APDs) can provide higher sensitivity, when the noise is 
dominated by electronic noise, than conventional p-i-n photodiodes due to its internal 
gain achieved via the impact ionisation process. High speed and high sensitivity 
photodetectors operating at the wavelength of 1.55 µm for optical communication have 
been intensely research due to the ever increasing internet traffic, particularly in the long-
haul communication systems. In this dissertation high speed InGaAs p-i-n photodiodes, 
InGaAs/InAlAs separate absorption and multiplication (SAM) APDs are designed and 
characterised. The waveguide InGaAs photodiode exhibits a maximum -3 dB bandwidth 
of 26.5 GHz and external quantum efficiency of 38.4% giving a bandwidth-efficiency 
product of 10.2 GHz, which is higher than 7.14 GHz obtained from conventional 
vertically illuminated diodes fabricated from the same wafer. Building on the high speed 
InGaAs waveguide diodes, the InGaAs/InAlAs APDs were fabricated. We demonstrated 
low dark currents of ~50 nA at 0.9Vbd (Vbd is the breakdown voltage), low excess noise 
factor k ≈ 0.2 (k is the effective ratio of ionisation coefficients ratio in excess noise model) 
and wide bandwidth up to 40 GHz at low gains.  Our APDs also achieve higher signal 
amplification than the best 40 Gb/s APD reported, confirming the suitability of our APDs 
for use in the 40 Gb/s optical communication systems. The signal enhancement of up to 
24 dB was achieved at 35 GHz. 
 
While the InGaAs/InAlAs APDs may be suitable for 40 Gb/s operation, the avalanche 
gain is limited due to their limited gain bandwidth products. Hence novel wide bandgap 
AlAsSb avalanche regions were characterised for next generation high speed SAM APDs. 
The temperature dependence of dark current and avalanche gain were investigated using 
AlAsSb p-i-n diodes with avalanche region widths of 80 and 230 nm. Extremely low 
temperature coefficients of breakdown voltage of 0.95 and 1.47 mV/K were obtained in 
these AlAsSb diodes, which are significantly lower than all semiconductor materials, 
with similar avalanche region widths, in the literature. Band to band tunelling current was 
shown to be significantly lower than those in InP and InAlAs diodes with the same 
avalanche region widths. By utilising an extremely thin 40 nm AlAsSb as multiplication 
layer, low excess noise factor corresponding to effective k values of 0.1 to 0.15 in 
InGaAs/AlAsSb SAM APDs was demonstrated. This is lower than that from an InAlAs 
pin diode with a 100 nm avalanche region. Therefore the potential of using thin AlAsSb 
avalanche region for next generation high speed and high sensitivity photodetectors has 
been demonstrated. 
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 1 
Chapter 1 Introduction 
 
Photodiodes, which convert the optical signal into the electrical signal, can be used for 
various optical applications; the optical communication being one of the most important 
examples that have influence our daily life [1]. Since the internet was launched for public 
use in 1993 [2], the internet data transmission has expanded into a great volume, and 
hence high data transmission medium and optical receiver are required. Standard single-
mode fiber offers more than 25 THz bandwidth [2] and its low cost leads to its use as the 
most natural transmission medium [3], [4]. High speed optical receiver is also a critical 
component in the optical transmission systems. The speed and sensitivity are the two key 
performance parameters for the telecommunication photodetector design [5].  
 
1.1 High speed photodiodes 
 
In the long-haul telecommunication systems, the fiber has two “low-loss” windows at the 
wavelengths of 1.31 and 1.55 µm respectively, so that photodiodes used for optical 
communications are always designed for these two wavelengths. Among the naturally 
occurring semiconductor materials, only Germanium (Ge) with a bandgap energy of 0.6 
eV can readily provide detections up to ~ 1.7 µm [5]. However it is an indirect bandgap 
material and its narrow bandgap leads to high dark current level that limits its 
optoelectronic application. Fortunately, some compound semiconductor materials could 
provide high sensitivity at long wavelengths.  In0.53Ga0.47As (here after referred to as 
InGaAs) is a direct bandgap material with a bandgap energy of 0.75 eV can provide 
detection up to a wavelength 1.7 µm. InGaAs p-i-n photodiodes are currently the most 
common photodetector for telecommunication applications. However in the conventional 
vertically illuminated p-i-n diodes (VPD), there is an inherent trade-off between the 
quantum efficiency and bandwidth. 
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(a)       (b)       
Figure 1.1.1 (a) structure of lumped (top-illuminated p-i-n photodiodes) and (b) equivalent circuit 
model. 
 
Figure 1.1.1 shows a schematic device structure and the corresponding equivalent circuit 
of a lumped VPD. The optical power is perpendicular to the detector in the lumped VPD. 
The transit time limited -3 dB bandwidth can be expressed as [6] 
d
v
f s
transit
×≈ 5.0          (1.1.1)  
where vs is the average of saturation electron and hole velocity. The shorter depletion 
width, d, can provide a smaller transit time and hence higher ftransit.   
 
However the external quantum efficiency ηext of the VPD structure is given by [6] 
))exp(1( d
ext
γη −−∝          (1.1.2) 
where γ is optical absorption coefficient. Therefore thicker absorption region (i-region) 
width is required for high quantum efficiency, but this increases the carrier transit time 
resulting in lower bandwidth.  
 
In addition, the corresponding RC-limited bandwidth is given by 
d
A
C
ε
=            (1.1.3) 
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RRR +=           (1.1.4) 
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where ε is the dielectric constant of intrinsic region and C is the intrinsic capacitance of 
the p-i-n structure. Rs is the series resistance including the semiconductor and the metal 
resistivity. RL is the load resistance matching with the external circuit, which generally 
equals to 50 Ω. R is the sum of external load resistance and the series resistance. 
 
There is also a trade-off between the transit time and RC- limited bandwidth in the VPD, 
as illustrated the transit time limited and RC limited -3 dB bandwidth for InGaAs VPDs 
in figure 1.1.2, assuming R = 60 Ω and Rs = 10 Ω , device radius (r) ranging from 10 to 
80 µm and depletion width ranging from 0.1 to 3.5 µm. 
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 Figure 1.1.2 -3 dB transit time and RC time limited bandwidth for InGaAs VPDs with radius (r). 
1.1.1 Review of high speed InGaAs photodiode 
Increasing the bandwidth-quantum efficiency product is crucial for InGaAs photodiodes.  
Great efforts have been made in the past to increase speed and quantum efficiency for the 
InGaAs photodiodes. I. Kimikin et al. [7] reported InGaAs photodiode utilizing a 
resonant cavity enhanced structure showing a bandwidth of 31 GHz and a peak quantum 
efficiency above 50% between the wavelengths of 1550 and 1620 nm, corresponding to a 
bandwidth efficiency product of 20 GHz. Ishibashi et al. [8-10] reported InP/InGaAs uni-
travelling carrier photodiodes, in which the absorption and collection layer are designed 
separately so that only electron is injected into the collection layer. The diode is biased 
such that the electrons travel with the maximum overshoot velocity to obtain a faster 
response achieving bandwidths of 78-152 GHz under different bias conditions and a 
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quantum efficiency of 22%. K. Kato et al. [11] employed a multimode mushroom mesa 
structure designed to maximise the coupling efficiency by matching the optical field of 
the fibre and the photodiode. They obtained a bandwidth of 110 GHz and an external 
quantum efficiency of 55%. A. Beling et al. [12] utilised an optical matching layer 
integrated into InGaAs p-i-n photodiodes. By controlling the optical intensity distribution 
by matching the refractive indices of the waveguide and absorber, and also employing a 
low resistance contact layer, they maintained high quantum efficiency of 40.8% and 
achieved a bandwidth of 120 GHz. Giboney et al. [13, 14] first proposed and 
demonstrated a travelling wave photodiode (TWPD) with GaAs p-i-n structure to 
improve both the bandwidth and quantum efficiency of the photodiodes. This TWPD is 
an optimised waveguide photodetector which distributes the RC elements on the 
transmission line and matching the characteristic impedance to the external circuit. 
Therefore the reflected wave feeding back to the output load circuit that slows down the 
output signal can be minimised, thus eliminating the RC-lump effect [15]. The GaAs p-i-
n TWPD was reported with a bandwidth of 174 GHz and a 76 GHz bandwidth efficiency 
product, significantly overcoming the limitation of 40 GHz for GaAs photodiode [15]. 
Figure 1.1.3 shows a schematic device structure and the corresponding equivalent circuit 
of distributed TWPD. Follow on this, Chiu et al. reported a low temperature grown GaAs 
p-i-n TWPD with a bandwidth of 370 GHz [16] and quantum efficiency of 8% and a 
metal-semiconductor-metal GaAs TWPDs [16-18] with bandwidth of 570 GHz and the 
quantum efficiency of 5% for operating at the wavelength of 800 nm.  Stohr et al. [19] 
demonstrated a travelling wave multiple-quantum-well (MQW) InGaAs photodetector for 
1.55 µm network application with the bandwidth of 110 GHz and quantum efficiency of 
6.4%.  
 Light 
 
(a)      (b) 
Figure 1.1.3 (a) structure of TWPD and (b) equivalent circuit model. 
 5 
1.2 High speed avalanche photodiodes  
 
Avalanche photodiodes (APDs) are another type of photodetectors widely used in 
telecommunication systems. By utilising the impact ionisation process to provide an 
internal gain, APDs have the advantage of the higher sensitivity over conventional p-i-n 
photodiodes when the overall noise in the receiver module is dominated by the electronic 
noise. 
1.2.1 Impact ionisation theory 
Impact ionisation is a process that a carrier (electron or hole) has gained sufficient energy 
from the electric field to promote an electron from the valance band into the conduction 
band, leaving behind a hole in the valence band. This creates both a free electron in the 
conduction band and a free hole in the valence band. Both primary and the secondary 
electron-hole pair can subsequently gain energy from the electric field and undergo 
further impact ionisation events. The impact ionisation event is conceptually depicted in 
figure 1.2.1 for both electron and hole initiated process in a direct band gap 
semiconductor. In many semiconductors the energetic carriers occupy higher energy 
bands. 
 
(a)          (b) 
Figure 1.2.1 Schematic of (a) an electron and (b) an hole initiated impact ionisation event. 
  
During the carrier acceleration process under the electric field, in addition to the impact 
ionisation process, the free carrier also encounters non-ionisation collision with phonons 
[20]. Phonon scattering may involve carriers gaining energy (phonon absorption), losing 
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energy (phonon emission) and exchanging momentum (elastic). Phonon emission process 
is proportional to n+1 and phonon absorption is proportional to n, and carriers on average 
will lose energy during the phonon scattering process, which impedes the impact 
ionisation occurs [21]. n is the phonon occupation number that depends on the phonon 
energy, ω , and it can be expressed as  
1)exp(
1
−
=
Tk
n
B
ω
,        (1.2.1) 
where kB is the Boltzmann’s constant and T is the absolute temperature. 
 
The impact ionisation characteristics of electrons and holes in a semiconductor are 
generally characterised by the impact ionisation coefficients, α and β respectively. These 
electric field dependent coefficients describe the average number of electron-hole pairs 
created per unit distance travelled by an electron or hole in a uniform electronic field and 
thus can be defined as the inverse of the mean distance between successive ionisation 
events.   
 
Avalanche multiplication is the result of impact ionisation process that produces an 
internal current gain, as illustrated in Fig 1.2.2. A single carrier (electron) was injected at 
the edge of avalanche region under high electric field and a chain of impact ionisation 
events is triggered. At the end of avalanche process, five electrons are collected resulting 
in an avalanche gain of five.  
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Figure 1.2.2 Schematic of multiplication process initiated by an electron injected at the edge of 
the avalanche region. 
 
Assuming that a carrier’s ionisation probability at a given position depends only on the 
local electric field and  the electric field is uniform in the avalanche region,  the mean 
avalanche gain arising from an electron-hole pair injected at a position x is given by [22] 
]]exp([
)]exp([)(
)(
w
x
xM
αβαβ
αβαβ
−−
−−
=        (1.2.2) 
where w is the avalanche region width.  
 
Therefore pure electron injection gain, Me, and pure hole injection gain, Mh can be 
obtained by setting x=0 and x=w, and respectively as 
)1))(exp((1
1
−−
−
−
=
w
M
e
αβ
αβ
α
       (1.2.3) 
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β        (1.2.4) 
When the gain becomes infinite, avalanche breakdown occurs. The breakdown voltage is 
the voltage that produces α and β such that the denominator of equation (1.2.3) and (1.2.4) 
equals to zero when 
α
β
αβ =− )]exp([ w          (1.2.5) 
Therefore the breakdown voltage is not influenced by the carrier injection conditions [20]. 
In general the above model used for impact ionisation is called local model. Local model 
is usually valid for the diodes with long avalanche region width, in which carriers are in 
equilibrium with the electric field and the dead space, the distance a carrier has to travel 
to acquire sufficient energy to create an impact ionisation event, is negligible compared 
to the mean ionisation path length [20].  
 
The stochastic nature of the impact ionisation process leads to a notable spread of the 
total number of carriers generated by an injected electron-hole pair under a specific 
electric field, giving rise to excess noise which is characterised by the excess noise factor, 
F. By assuming a standard deviation of the multiplication value, σM, and for gain in a 
single multiplication process, G, F is given by 
2
2
1
><
+=
G
F M
σ
         (1.2.6) 
where 222 ><−>=< GG
M
σ .Therefore F can be equivalently expressed as 
2
2
><
><
=
G
G
F           (1.2.7) 
 
McIntyre [23] introduced an elegant local model to calculate the excess noise factor 
versus multiplication for uniform electric field. For pure electron injection, the excess 
noise factor can be written as 
)1)(
1
2( k
M
kMF −−+=         (1.2.8) 
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where k is the ratio of electron and hole ionisation coefficient, k = β/α. For hole injection 
alone, the foregoing expression still valid if k is replaced by k’ = α/β and >=< GM . 
 
Figure 1.2.3 shows a plot of F(M) as a function of k where F(M) increases with k. 
Therefore to achieve low excess noise, a material with dissimilar ionisation coefficients 
ratio and the more strongly ionising carrier should be injected into the avalanche region.  
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Figure 1.2.3 Excess noise factor prediction using McIntyre’s local analysis for k=0, 0.2, 0.4, 0.6, 
0.8, 1, 5 and 10 for electron injection and 1/k for hole injection. 
 
However in devices with sub-micron avalanche widths, the dead space that the distance a 
carrier has to travel for its ionization to reach equilibrium with electric field becomes a 
significant fraction of the avalanche width and the carriers’ ionisation probabilities at a 
given position are dependent on the local electric field and the history of the carriers. 
Since the local ionisation model neglects the dead space effect, it increasingly 
overestimates M and underestimates the breakdown voltage as the avalanche region width 
reduces to sub-micron. It is well known that the excess noise factor will fall below that 
expected from equations 1.2.8 when device avalanche region width reduced below 0.8 
µm [20], which is due to the carriers’ ionisation probabilities narrowing and thus reduce 
the spread in gain distribution and the length of multiplication chains. A non-local model 
is required to take into account dead space effect. The ballistic dead space for electrons, 
de, and holes, dh, can be estimated by using: 
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ξq
E
d
thhthe
he
)(
)(
=  ,         (1.2.9) 
where q is the electron charge and ξ is the electric field. Ethe(thh) is the threshold energy 
for electrons (holes). In general Eth must exceed the band gap of the material. The carriers 
can gradually heat up while drifting across the high electric field region and cools down 
via phonon emissions. Therefore a finite travelled distance is required before achieving 
Eth. 
 
In general Monte Carlo (MC) models can provide the most realistic description but it 
requires a long computation time and comprehensive material parameters, which are not 
attractive for device simulation and experimental analysis. Hayat et al. [24] developed a 
recurrence technique which requires the carriers’ ionisation probability distribution 
functions (pdfs) as input to formulate a closed form expression of integral equations to 
predict M and F. Ong et al. [25] developed a random path length (RPL) model which is 
based on the Monte Carlo method. As before, the carriers’ ionisation pdfs are required as 
the model input. The multiplication chains for many trials are recorded and the average 
gain over these trials will be calculated to give the mean avalanche gain. In the non-local 
model, local ionisation coefficient will be replaced by the enabled ionisation coefficients, 
α∗ for electrons and β∗ for holes. The enable ionisation coefficients are different from the 
local ionisation coefficients in the local model, which describe the carriers have already 
travelled the dead space. Figure 1.2.4 illustrates the electrons ionisation path length 
probability density function (pdf) in the local model and a hard dead space non local 
model. The electron ionisation path length is expressed as its pdf, he (x) 
h
e 
(x
)
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Figure 1.2.4 Electron pdf of ionisation path lengths in local (black line) and non-local hard dead 
space model (blue line). 
1.2.2 Avalanche photodiodes 
Although APDs have the advantage of the higher sensitivity over conventional p-i-n 
photodiodes due to the impact ionisation process, the inherent stochastic nature of the 
impact ionisation process will result in excess noise in the APDs [20]. Together with the 
“shot noise” in the APDs, which arises from the random fluctuations in the motion of 
carriers and includes the shot noise from the surface leakage current (unmultiplied), bulk 
dark current and photocurrent, the signal to noise ratio (SNR) in APDs can be written as 
[26] 
)/( 2MNFN
P
SNR
amps
+
=         (1.2.10) 
where P is the received optical signal power, Ns is the unity gain short noise power and 
Namp is the amplifier noise power. In general at high frequency the trans-impedance 
amplifier (TIA) used in telecommunication applications has Namp>>Ns such that operating 
APDs with high gains will produce a significant improvement in the SNR as the term of 
Namp/M
2
 decreases if F increases slowly with M.  
 
Together with the SNR, the frequency response of APDs needs to be considered as well.  
The transit time limited bandwidth, given by equation (1.1.1), is no longer valid for APD 
since the avalanche gain is built up over several transit times. Consequently the gain 
decreases at high frequency leading to a gain trade-off and the frequency dependence of 
gain can be expressed as [27] 
212
00
])(1[)( −+= MMM ωτω  ,       (1.2.11) 
where M0 = M is the low-frequency gain and τ is an “effective” transit time through the 
avalanche region which depends on the ratio of the hole and electron ionisation 
coefficients. Therefore there is a trade off between the APD gain M and the bandwidth, 
leading to a gain-bandwidth product (GBP), which it is now a well accepted figure of 
merit to evaluate the APD response speed [5, 28, 29].  
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The dependence of APD bandwidth on the ionisation coefficient ratio has been 
investigated using a local model [27], as shown in figure 1.2.5. Semiconductors which 
have a more disparate ionisation coefficient ratio will be preferable to have a higher GBP. 
Besides ionisation coefficient ratio, the influence of dead space effect in APD’s 
bandwidth also has been studied by using the RPL model [30]. At a fixed gain the 
bandwidth is reduced as the dead space effect becomes more significant since the dead 
space can be considered as a delay of impact ionisation process and increases the duration 
of the avalanche process. Hence the dead space effect needs to be accounted for high 
speed APD design and bandwidth will be overestimated if it is ignored. 
 
Figure 1.2.5 Frequency response predictions for various ratios of β/α [31]. 
 
Therefore an ideal APD should be capable of operating at large M, with low F and high 
GBP. In separate absorption and multiplication APDs (SAM APDs) the light is only 
absorbed in the absorption region and one carrier type is injected into the multiplication 
region. This improves the APD speed and noise for multiplication materials generally are 
utilised with high ionisation coefficient ratios. When the electron and hole ionisation 
coefficient is comparable and approaches unity, the ionisation noise increases and the 
process takes longer. In addition the hetero-junction in SAM APDs can cause carrier 
trapping at the interface of valence or conduction band discontinuity. The carriers escape 
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by tunelling or thermionic emission, the latter will reduce the APD response speed. The 
alloy compositional grading layer can be introduced to the hetero-interface to reduce the 
offset of the band-discontinuity, which greatly reduce the carrier trapping effect.  In 
addition electric field profile optimisation should be considered for the SAM APDs 
design. The electric field should be low enough to avoid the band to band tunelling 
current in the narrow bandgap material [32], but high enough to achieve significant 
impact ionisation in the wide-bandgap materials. Based on calculations using the Poisson 
equation [28], the difference in electric field between the absorption and multiplication 
region requires a highly controlled doping concentration in a control layer referred to as 
the charge sheet layer and sandwiched between the absorption and multiplication region. 
The typical SAM APD and its electric field profile is shown schematically in figure 1.2.6. 
 
Figure 1.2.6 Schematic diagram and electric field profile in a typical SAM APD.  
1.2.3 Review of high speed APDs  
Currently commercial APDs utilising In0.53Ga0.47As absorption and an InP multiplication 
layer have been widely employed for 10 Gb/s optical fibre communication systems. 
However, their typical GBPs of 80-120 GHz [30] with low bandwidths of 3-10 GHz [33] 
at M below 10 are insufficient to provide sufficient advantages over p-i-n photodiodes 
when operating at bit rates > 10 Gb/s. In addition the similar electron and hole ionisation 
coefficients in InP resulted in excess noise factor, F, corresponding to k of 0.25 ~ 0.4 [34]. 
Reducing the thickness of InP in these diodes can improve GBP and reduce F but at the 
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expense of a rapid increase in the tunnelling current. Hence the shot noise limits the 
multiplication layer width, w, to ~ 0.18 µm [35]. In0.52Al0.48As (hereafter InAlAs), with a 
larger bandgap and lower k [36] compared to InP, was considered to be a promising 
material for improving frequency response and noise performance over InGaAs/ InP 
SAM APDs.  The typical GBP values reported for InGaAs/InAlAs SAM APDs are 130-
180 GHz [37] and F corresponding to k of 0.15 ~ 0.25 [38] for w ranges from 0.15 to 0.4 
µm. M. Lahrichi et al. [39] recently reported an InGaAs/InAlAs SAM APD with a GBP 
of 240 GHz using w = 100 nm. However high dark current, mostly probably due to 
significant tunnelling current will reduce system sensitivity requirements [40]. Ge/Si 
APDs, utilizing Ge absorption region and Si multiplication layer, were reported to 
achieve a high GBP of 340 GHz and a low k value of ~ 0.08 [41]. However this 
promising technology currently has limited RC-limited bandwidth at M < 10 as well as 
high dark current and lower responsivity compared to commercial InP APDs. To date, to 
the best of our knowledge, the best APD performance at 40 Gb/s was reported by Makita 
et al. [42] who have demonstrated a  high bandwidth APD up to 35 GHz (at M = 2 ~ 3) 
by using an InGaAs/InAlAs APD. The thickness of the InAlAs multiplication layer is 100 
nm and the APD showed a GBP of 140 GHz. The bandwidth at low M is sufficient for 40 
Gb/s system applications. However the diode showed a rapidly increasing dark current 
under the reverse bias between 10 to 15.5 V due to the unavoidable tunnelling current in 
such thin multiplication layer [42]. In addition the relatively low GBP of 140 GHz is 
most likely due to RC effects. The general trend in the experimental GBP of APDs is 
shown in figure 1.2.7. 
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Figure 1.2.7: Gain-bandwidth products reported for InP, InAlAs and Ge/Si APDs. 
 
In order to improve the GBP in APDs by removal the RC effect, Shi et al. [43] simulated 
and analysed APD structure utilising a travelling wave electrode design and predicted it 
could have high saturate power bandwidth and superior microwave-guiding structure.   
 
1.3 Temperature dependence of breakdown and wide bandgap based APDs 
 
It is well known that the impact ionisation process in APDs is strongly dependent on 
temperature and therefore an external biasing circuit to maintain a constant gain is 
necessary to achieve reproducible performance. Breakdown voltage of devices were 
estimated by using Miller’s empirical expression ))(1(1 c
bd
VVM −= [44] where V is the 
reverse bias voltage, Vbd is the breakdown voltage and c is an adjustable parameters and 
determines the shape of the multiplication curve but independent of Vbd. By assuming c = 
1, Vbd can be rewritten as )11/( MVVbd −= and determined from the V intercept of the 
plot of V versus 1/M. The values can be compared with the reverse dark current-voltage 
measurements for consistency. The temperature coefficient of breakdown voltage, Cbd = 
∆Vbd/∆T, where ∆Vbd and ∆T are the breakdown voltage and temperature differences, 
provides a measure of the temperature dependence of the avalanche multiplication. In 
most wide bandgap semiconductors such as Si, GaAs, AlxGa1-XAs, Ga0.52In0.48P (here 
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after GaInP), InP and InAlAs, the avalanche multiplication reduces with increasing 
temperature. Figure 1.3.1 shows a typical temperature dependence of multiplication 
performance in wide bandgap materials. 
 
 
Figure 1.3.1: Typical temperature dependence of multiplication in wide bandgap materials. 
 
Small Cbd can be obtained in materials with large bandgaps and in diodes with thin w. 
Massey et al. [45] reported Cbd varying from 20 to 1.53 mV/K in Si diodes when w 
reduces from 0.8 to 0.1 µm while Groves et al. [46] observed that Cbd drops from 28 to 
0.56 mV/K in GaAs diodes as w reduces from 1 to 0.025 µm. Ma [47] and Groves [48] et 
al. both reported Cbd in AlxGa1-xAs falls with decreasing w for all alloy compositions. The 
smallest rate of change is reported for x = 0.6, in which Cbd reduces from 20 to 3 mV/K 
when w reduces from 1 to 0.1 µm. A small value of Cbd in thin w was also observed in 
GaInP [49] (3.68 mV/K for w = 0.2 µm), InP [50] (6 mV/K for w = 0.1 µm) and InAlAs 
[49, 51] (2.5 mV/K for w = 0.13 µm).The dependence of Cbd on w can be attributed to the 
reduced phonon scattering effects at high electric field in thin w leading to a weaker 
temperature dependence of avalanche gain.  
 
Thin w is also known to improve APD performance by lowering the excess avalanche 
noise via the dead space effects [35] and increasing the GBPs, due to reduce the carrier 
transit time [35]. The excess noise factor at M = 8 for GaAs [48], Al0.15Ga0.85As [52], 
Al0.3Ga0.7As [52], Al0.6Ga0.4As [53], Al0.8Ga0.2As [52], GaInP [49], InP [34] and InAlAs 
Increasing T
Gain
Reverse 
bias (V)∆Vbd 
 17 
[38] with a range of w is shown in figure 1.3.2. The excess noise factor for different 
materials with different w is shown in table 1.1. The lower noise in thinner w is due to 
stronger dead space charge effect.  Under pure electron injection the excess noise factor 
in Al0.8Ga0.2As increases from 2.4 to 4.0 as w increases from 0.08 to 0.31 µm, before 
decreasing to 3.0 as w increases to 1.0 µm. InAlAs shows a similar trend in which the 
excess noise factor under pure electron injection increases from 2.8 to 3.2 as w increases 
from 0.1 to 1.0 µm before decreasing gradually to 2.6 as w increases to 2.5 µm. A 
maximum excess noise factor is observed for Al0.8Ga0.2As with w = 0.31 µm and InAlAs 
with w = 1.0 µm. At low fields in devices with thick w, large ionisation coefficient ratios 
lead to low noise. In general the ionisation coefficient is known to decrease with w. The 
noise therefore increases with decreasing w before the dead space effects reduces the 
excess noise again at high fields in very thin w. 
Avalanche region width, w (µm)
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Figure 1.3.2 Excess noise measured at the M ~ 8 with Al0.8Ga0.2As () [52], Al0.6Ga0.4As () 
[53], Al0.3Ga0.7As () [52], Al0.15Ga0.85As () [52], GaAs () [48], GaInP () [49] and InAlAs 
() [38] for pure electron injection and InP () [34] for pure hole injection. 
 
Table 1.1 Excess noise factor comparison for different materials with different w. 
Type of carrier initiating 
the multiplication 
Materials w (µm) F w (µm) F 
Al0.6Ga0.4As 0.85 4.6 0.026 2.1  
 Al0.3Ga0.7As 1.08 6.8 0.055 2.8 
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Al0.15Ga0.85As 1.05 6.8 0.055 3.8 
GaAs 0.57 4.94 0.1 3.5 
GaInP 0.57 8.6 0.1 3.1 
0.31 4.0 0.08 2.4  
Al0.8Ga0.2As  0.31 4.0 1.0 3.1 
1.0 3.2 0.1 2.8 
 
Electron 
 
 
 
Electron 
 
InAlAs 
1.0 2.85 2.5 2.6 
Hole InP 0.8 4.3 0.25 3.4 
 
Although small values of Cbd, low excess noise factor and high GBPs can be obtained by 
using thin avalanche regions, the onset of the exponentially rising band to band tunelling 
current with electric field in thin w imposes a lower limit to practical avalanche region 
width. For instance Ong et al. [40] recently reported that to achieve the optimum 
sensitivity at a bit rate of 10 Gb/s with a bit error rate of 10
-12
 the minimum values of w 
for telecom APDs are 180 and 150 nm for InP and InAlAs avalanche regions respectively, 
before noise increases rapidly due to tunelling current. But the band to band tunelling is 
well known that reduced in wide bandgap and in indirect bandgap materials. For instance, 
if the onset of tunelling current in the diode is defined as the field corresponding to a 
current density of 10
-4 
A/cm
2
, the tunelling onset can be observed in InAlAs and InP  at 
fields of ~ 650 kV/cm [51] and ~ 600 kV/cm [22] respectively. On the other hand the 
dark current density in GaInP [49], Al0.52In0.48P [54] and Al0.6Ga0.4As [55] can be below 
10
-7 
A/cm
2
 under the higher field of 1 MV/cm, due to their wider bandgaps compared 
than InAlAs and InP.  
 
In summary, new materials either with significantly superior ionisation coefficient ratios 
or much lower tunelling currents to achieve much thinner avalanche regions will be 
necessary to obtain low excess noise factor, and high GBPs significantly above 300 GHz 
to provide major improvement over conventional InGaAs p-i-n photodiode at 40 Gb/s. 
Thin avalanche region will also provide low temperature coefficients of breakdown 
voltage. 
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1.4 Organisation of thesis 
 
The primary motivation of this thesis is to fabricate high speed and high efficiency 
photodetectors for fiber optical communication systems based on InGaAs and 
InGaAs/InAlAs material systems. AlAsSb, lattice matched to InP, as an alternative 
material for InAlAs, was also investigated for next generation high performance APD 
applications. 
 
Chapter 1 introduces the high speed photodiodes and APDs for optical communication 
system and temperature dependence of avalanche multiplication in APDs. 
Chapter 2 provides the background theory of the travelling wave photodiode design. The 
experimental techniques used to characterise the devices in this thesis are also described. 
Chapter 3 describes the fabrication optimisation process for high speed photodiodes. 
Chapter 4 presents the characterisation of waveguide InGaAs p-i-n photodiodes with 
improved bandwidth-efficiency product compared to the vertically illuminated diodes 
fabricated from the same wafer.  
Chapter 5 presents the characterisation of InGaAs/InAlAs APDs with travelling wave 
electrode design. Low dark current, low excess noise, wide bandwidth and high GBP 
were demonstrated for our APDs.  
Chapter 6 presents the photomultiplication and temperature dependence of AlAsSb based 
p-i-n APDs. A study of tunelling current in AlAsSb is also described. 
Chapter 7 presents characterisation of photomultiplication and excess noise of a novel 
InGaAs/AlAsSb SAM APD.  
Chapter 8 concludes the thesis with a summary and suggestions for future work. 
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Chapter 2 Theory and Design of travelling wave 
photodetectors and characterisation techniques 
 
Chapter 1 presented the importance of high speed photodetectors, particularly for coping 
with the increasing internet traffic, and the need for development of low dark current, 
high bandwidth, high gain-bandwidth product (GBP) and low multiplication excess noise 
APDs for optical networks operating at bit-rates of 40, 100 Gb/s and higher. The response 
of APDs in terms of low dark current and low excess noise has been considered in 
Chapter 1. This chapter focuses on the design of high speed APDs using travelling wave 
structures. By appropriate geometry design, matching of the microwave impedance of the 
diodes to the load can be achieved to minimise the reflected microwave power [1], 
leading to optimised APD speed. Experiment techniques for characterisation of APDs are 
also presented. 
 
2.1 Theory of travelling wave diode 
2.1.1 Transmission line 
   
Microstrip line     CPW 
    
Slotline      Coplanar stripline 
Figure 2.1.1 Schematic planar microwave transmission line. 
Traditionally microstrip line, which has an upper signal track and bottom ground planes 
with a dielectric slab in the middle as illustrated in figure 2.1.1, is the most widely used 
transmission line. This structure is fabricated in a highly conducting substrate and can be 
characterised as transverse electromagnetic (TEM) at very low frequency (3 ~ 30 kHz) or 
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quasi TEM mode up to some high frequency range (3 ~ 30 MHz) [2], which shows the 
transverse field of microwave signal is much larger than the longitudinal field due to the 
boundary conditions. However for the communication system operating at higher bit-
rates of 100 Mb/s, the traditional microstrip line is not appropriated. Its highly conducting 
substrate will introduce a large microwave loss from the substrate due to skin effect, and 
its characteristic impedance depends directly on the substrate thickness, causing some 
difficulty of repeatability from batch to batch. In addition in order to avoid high order 
mode propagation at high frequency, the substrate needs to be very thin and therefore the 
additional substrate thinning process increases the fabrication difficulty. Hence the in-
plane structures such as coplanar waveguide (CPW), slotline and coplanar stripline, as 
shown in figure 2.1.1 are more popular for high bit-rate communication systems. They 
have a ground and signal contacts deposited on the same substrate so that a semi-
insulating, instead of a current conducting substrate, can be used. The backside process 
for microstrip line structure, such as backside metallisation, substrate thinning, via hole 
can be bypassed. Therefore the thick semi-insulating substrate can provide advantage for 
hand held measurement and integration with electronic components in integrated circuits. 
Moreover the large microwave loss from the conducting substrate and the introduction of 
the inductance by via hole at high frequency, which resulted in low circuit efficiency, can 
be minimised. In addition the characteristic impedance for these in-plane structures is 
only dependent on the signal pad width and the gap between signal and ground pads, with 
minimal influence from the semi-insulating substrate. Therefore their characteristic 
impedance can be designed to match the external load impedances. Figure 2.1.2 (a) 
shows the schematic of a CPW. Using transmission line calculator (TXLINE) software [3] 
the typical gap width versus signal pad width for different characteristic impedances on 
InP substrate is calculated as shown in figure 2.1.2 (b). 
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(b) 
Figure 2.1.2 (a) Schematic of CPW (b) typical calculated gap width versus signal pad width for 
different characteristic impedances for CPWs on InP substrate at the frequency of 40 GHz, 
assuming substrate thickness = 100 µm and Au metallisation thickness = 0.5 µm. 
 
However CPW cannot be directly fabricated on the active diodes. The metal plate are 
connected with high doping semiconductor materials (p
+
 or n
+
) to connect to the 
depletion region instead of on the substrate, as shown in figure 2.1.3 (b). An appropriate 
approach is to use the hybrid CPW structure that combines the microstrip and CPW 
structure, and has been successfully used in fabricating high speed travelling wave 
photodiodes (TWPDs)
 
[4, 5]. The currents are primarily carried in the metal and nearly all 
of the voltage drops across the depletion region. The electric field pattern is close to 
microstrip. The CPW metal layers convey the microwave signal and thus the magnetic 
field distribution is nearly that of CPW. Figures 2.1.3(a) and (b) show the typical top 
view and the cross section of hybrid CPW structure. Because of the coplanar metal tracks, 
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CPW has the advantage of being compatible with monolithic microwave integrated 
circuit using simple semiconductor fabrication process. This high speed CPW design also 
facilitates measurement using widely available microwave probe tips. 
 
(a) 
 
(b) 
Figure 2.1.3 (a) Top view (b) cross section of hybrid CPW structure. 
 
2.1.2 Equivalent circuit model 
Since the targeted characteristic impedance of the CPW can be achieved by adjusting its 
signal pad width and gap width, appropriately designed hybrid CPW using an active APD 
to match the external circuit impedance is crucial for the large bandwidth requirement. 
An equivalent circuit model can be employed to accurately represent the electrical 
characteristics of the active diode, since it has been verified by the full-wave analysis 
technique by solving the Maxwell equations [5-7]. The APD dimensions and material 
parameters, shown in figure 2.1.4 (a), are used to calculate the transmission line 
propagation. By assuming that each semiconductor layer can be represented by the 
equivalent circuit shown in figure 2.1.4 (b) we can simplify the hybrid CPW to the 
equivalent circuit of figure 2.1.4 (c).   
CPW 
Signal pad 
Semi-insulating substrate 
Active diode  
CPW 
Ground pad 
CPW 
Ground pad 
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(b) 
 
(c) 
Figure 2.1.4 (a) Hybrid-coplanar active diode structure dimensions and material parameters; (b) 
equivalent circuit of semiconductor cladding layer; (c) the corresponding equivalent circuit of the 
transmission line. 
 
The equations used to design and analyse the transmission line propagation of the diodes 
are listed in table 2.1[5-7] and all quantities are expressed in per unit length. 
 
 
Table 2.1 Hybrid-coplanar active diodes equations for the equivalent circuit model in figure 2.1.4. 
ρ  is resistivity and σ = 1/ρ is conductivity; ε and µ are permittivity and permeability. ηym0 is the 
metal-air transverse wave impedance, ηm is the wave impedance in metal, and δsm is the skin 
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depth in metal. The coplanar waveguide inductance, LCPW is calculated from numerical model. 
The dimensions and material characteristics are indicated in figure 2.1.4. 
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The transmission line propagation properties are determined by the capacitance, C, and 
the inductance Li. The capacitance controls the electric field when the microwave travels 
through the transmission line, whereas the magnetic field is represented by the inductance 
Li which is due to the current driven on the metal plate and the induced magnetic field 
surrounding the metal plate.  The inductance can be approximated by Li = (µ⋅D)/wi [10], 
where D is the distance between two plates, wi is the width of plates and u is the 
permeability. However in the active diodes, the metal plates is not parallel, and 
InGaAs/InAlAs material system is not a magnetic material, so that the inductance Li is 
considered equal to that of a CPW line of the same size (LCPW) [11], which can be 
calculated from a commercial program such as LineCal [12] or by analytical forms [13] 
given in Appendix A. 
 
Zm arises from the finite conductivity of the metal plate. When the longitude time-varying 
current flows through the metal plates, it is not only inducing a magnetic field that 
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resulted in the inductance Li and ohmic loss, it will also produce the alternating electric 
current to distribute itself within a conductor with the current density being largest near 
the surface of the conductor, decreasing at greater depth and cause an effective resistance 
of the conductor, known as skin effect [2]. As the frequency is higher, the resistance and 
inductance in the transmission line will increase and therefore the loss and dispersion 
effect will influence the electrical pulse transmitting. For instance, the skin depth is 0.34 
µm in Au at a frequency of 50 GHz, and therefore thicker Au layer needs to be 
evaporated during the metallisation process. The bottom n-metal impedance is ignored 
since it is much smaller than the impedance of the top p-metal, Zmt. 
 
The impedance Zt is composed of the impedances of the p-contact, p-cladding layer and 
n-cladding layer. Here the cladding layers are modelled as a resistor parallel to a 
capacitor in the transverse direction, and a conductance in the longitude direction, as 
shown in figure 2.1.4 (b). The longitude conductance is due to the conductance current 
flowing through the semiconductor which will generate a small amount of longitude 
electric field [14]. As with the bottom n-metal impedance, the conductance of the bottom 
semiconductor layer is neglected because it is much smaller than the p-top semiconductor 
layer, Gst. The bottom n-conducting layer, Zb, is composed of terms accounting for the 
spreading resistance under the mesa, the bulk resistance of the gap, and the resistance of 
the ground contact. The spreading resistance includes a factor of 1/2 for the structure 
symmetry and a factor of 1/3 due to the current distribution. The bottom contact 
resistance is proportional to the transfer length, wT. The whole impedance is multiplied 
with 1/2 because of the double ground lines. 
 
Therefore the transmission line propagation characteristic can be simplified to the general 
transmission line equivalent circuit model and the circuit characteristics can be calculated 
by the current and voltage distributed through the transmission line, as shown in figure 
2.1.5. The general characteristic impedance of the transmission line can be expressed 
as YZZ =
0
. In the mid-frequency range from about 10 GHz to several hundred 
gigahertz, the ideal transmission line phase velocity and characteristic impedance can be 
calculated as [1,2,4-9]: 
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iim
CLv 1=           (2.1.7) 
ii
CLZ =
0
          (2.1.8) 
  
Figure 2.1.5 General transmission equivalent circuit model 
 
2.2 Experimental characterisation techniques 
2.2.1 Current-voltage (I-V) measurement 
The forward and reverse dark I-V measurements can be performed using a Keithley 
236/237 source measurement unit (SMU) or a Hewlett Packard(HP) 4101 pico ammeter, 
which can supply voltages up to 1100 V and 100 V respectively. The dark reverse I-V 
allows the leakage current and the breakdown voltage to be evaluated. The dark leakage 
current comprises the bulk leakage current and the surface leakage current. The bulk 
leakage current could be contributed by diffusion current from the cladding layers, the 
generation-recombination current Igr in the depletion layers and the band to band tunelling 
current Itun, which are all proportional to the cross-section area of the diode. The surface 
leakage current is due to the leakage path along the mesa periphery and therefore scales 
with the diode perimeter. I-V was measured from several diodes with different sizes. The 
contributions of the bulk leakage current and the edge leakage current were assessed by 
normalising the dark current to the device area JA (A/cm
2
) and perimeter JP (A/cm).  
 
The ideal forward current can be expressed as [15] 
)exp()(
0 Tk
qV
IVI
B
f η=         (2.2.1) 
where I0 is the saturation current, q is the electron charge, kB is Boltzmann’s constant and 
T is the temperature. η is the ideality factor having values 1 < η < 2, depending on the 
contributions from diffusion current and recombination current. Series resistance due to 
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resistance in the cladding layer and/or the metal contact, Rs, modifies the ideal forward 
diode current expression to 
)
)(
exp()(
0 Tk
RIqV
IVI
B
sf
f η
−
=        (2.2.2) 
The significant series resistance will affect the photomultiplication measurement due to 
voltage dropping across the resistance and therefore reducing the applied voltage across 
the depletion region leading to an uncertainty in the electric field profile of the device. 
The high series resistance resulted in a large RC-time constant in the diode and limits its 
speed. It is therefore important to quantify the series resistance. Heavily doped 
semiconductor layers in the diodes and metal optimisation by appropriate ohmic contact 
metal choice and thermal annealing process can be applied to minimise the series 
resistance. 
 
2.2.2 Capacitance-voltage (C-V) measurement 
C-V measurements were performed using a HP4275A LCR meter. A reverse DC bias 
voltage is applied to the diode with a superimposed sinusoidal test signal of 40 mV at a 
frequency of 1 MHz to measure the diode capacitance. The superimposed signal is 
considered sufficient enough for overcoming the system noise and without greatly 
influencing the DC bias voltage across the diode. The selected frequency is to ensure the 
measured impedance is dominated by the diode capacitance and the phase angle 
displayed on the LCR meter is close to 90 ºC. 
 
The depletion width and the doping profile of the device can be estimated by fitting the 
C-V data. In order to minimise the error in extraction of the doping profile due to the 
uncertainty in the device area, the measured C-V of the largest diode was used in the 
fitting. By solving the one dimensional Poisson’s equation [16],
r
kqN
dx
d
εε
ξ
0
'
= , and 
considering the charge equilibrium condition in the structure with m regions, assuming 
that all regions, except the first and the mth region, are fully depleted and the doping level 
in each region is constant, the depletion width in the first region, X1, and the mth region, 
Xm, and the total depletion width, wt, can be calculated as (Appendix B) 
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where q is the elementary electronic charge, N
’
k is the doping concentration in the kth 
region, εk  is the dielectric constant in the kth region and Vt is the given reverse bias 
voltage. 
 
Under depletion width approximation, at a given reverse bias, Vt, the capacitance can be 
calculated as 
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2.2.3 Photomultiplication measurement 
The photomultiplication measurements on the diodes were carried out by focusing the 
light from a laser source onto the top cladding of the diodes under reverse bias. Under 
sufficiently high electric field in the high field or avalanche region, the photogenerated 
carriers multiply via impact ionisation process. Consequently the photocurrent increases 
rapidly with the reverse bias voltage compared to the primary photocurrent arising from 
the photogenerated carriers injected into the depletion region. The total current, consists 
of photocurrent and dark leakage current, flowing through the diode was measured by the 
SMU. The photocurrent can be obtained by subtracting the dark leakage current from the 
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total current. This is reasonable when the dark leakage current is at least two orders of 
magnitude lower than the total current. However if there is insignificant difference 
between the dark leakage current and the total current, a phase-sensitive detection method 
[16] will be employed to ensure accurate measurement of the photocurrent as it allows 
the extraction of the photocurrent signal even when the dark current is up to 4 orders of 
magnitude larger than the photocurrent. Figure 2.2.1 shows the setup of the 
photomultiplication measurement using phase sensitive detection. Laser, modulated at a 
frequency of 180 Hz by the mechanical chopper, and was focused onto the top optical 
window of the diode. The resultant AC photocurrent represented by a voltage drop across 
a resistor, R, was measured using the Stanford Research SR830 lock-in amplifier (LIA) to 
isolate all the DC leakage dark current. The reference frequency was supplied to the LIA. 
Here appropriate values of R need to be considered in each measurement to ensure a 
sufficiently large photovoltage signal (at least 1 µV) to be measured while also ensuring 
that most of the applied reverse bias voltage is still dropped across the diode. The 
incident laser power was adjusted to eliminate heating effect in the device and ensure the 
multiplication characteristic was independent of incident optical power. Devices with 
different sizes in each wafer were measured to ensure negligible injection profile 
contamination due to the laser light falling on the mesa edge and to ensure the 
reproducibility and uniformity in the breakdown behavior. Measurements with laser 
focused on the edge of the diodes were also performed to verify whether premature edge 
breakdown occurred.  
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Figure 2.2.1 Schematic photomultiplication setup by phase-sensitive technique. 
 
The multiplication factor is deduced by normalizing the photocurrent, Iph, to the primary 
photocurrent, Ipr. Ideally, Ipr will not increase until the onset of multiplication in the diode. 
However as the depletion width widens with the reverse bias, the distance that 
photogenerated carriers have to diffuse to reach the edge of the depletion width reduces. 
Hence the increased the collection efficiency leads to an increase in Ipr. This increasing 
carrier collection efficiency of the photocurrent with bias was modeled by Woods et al. 
[17] by solving the current diffusion equation, and can be written as 
)cosh( 0
0
diff
pr
L
L
qG
I =          (2.2.5) 
where G0 is the carrier generation rate at the cladding surface, Ldiff is the minority carrier 
diffusion length in the undepleted cladding layer, L0 is the distance between the 
illuminated surface and the edge of depletion region. If Ldiff  >> L0 and the depletion width 
into  the cladding layer is small but increases linearly with bias voltage ( typically by 1% 
increasing between zero volts and the onset of multiplication), equation (2.2.5) can be 
approximately represented by a linear base line equation 
00
qVpI
pr
+= [18] where p0 and 
q0 are fitting parameters. In this thesis the cladding layers in the diodes are highly doped 
to ensure the depletion width did not increase significantly with bias voltage and 
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consequently the increase of primary current prior to onset of multiplication is small. Ipr 
can be corrected by this baseline correction, and multiplication is obtained by  
00
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The low temperature photomultiplication measurements are similar to the room 
temperature measurements except the diodes are loaded into a Janis liquid continuous 
flow probe station, which allows temperature measurement ranging from 77 to 450 K. 
The Janis probe station has two DC probe arms, a multimode optical fiber with a core 
size of 65 µm and a probe arm with the high speed ground-signal-ground (GSG) probe. 
The measurements were performed under vacuum condition to avoid condensation on the 
diodes. The temperature of the chamber was monitored by a temperature controller which 
has a heater to heat the sample chamber to a desired temperature. Diodes with optical 
window bigger than 65 µm were selected for measurements to assure pure electron/hole 
injection  
 
2.2.4 Excess noise measurement  
2.2.4.1 Noise Figure Meter 
When the photocurrent is significantly stronger than the dark current the excess noise 
measurement was performed using an Agilent (8970A) Noise Figure Analyser (NFA). 
Before the measurement, a system calibration was first performed to eliminate the noise 
from the setup. A reference noise source was connected to the NFA using a high speed 
cable, and the NFA measured the noise values tabulated on the reference noise source at a 
range of frequency, which indicates the success of the system calibration. The calibration 
process is illustrated in figure 2.2.2. 
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Figure 2.2.2 Schematic calibration process using noise source. 
 
After the calibration process, the noise source was disconnected and the high speed cable 
was connected to the device under test (DUT) which was biased using an SMU through a 
bias tee. Laser was illuminated onto the device active area using an optical fiber as shown 
in figure 2.2.3. The device was fabricated into hybrid coplanar structure to be compatible 
with the microwave probe and to minimise interference from unwanted external noise 
sources.  
 
Figure 2.2.3 Schematic diagram of noise measurement system using NFA. 
 
The noise signal in the above measurement setup includes the shot noise due to primary 
photocurrent of the device, the excess noise generated by impact ionisation and the 
system and background noise. The shot noise power due to primary photocurrent is given 
by BqIi
prn
22 = , where B is the system bandwidth. The associated noise power accounting 
for the multiplication process is given by BFMqii
prn
22
2= . 
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The NFA has a bandwidth of 4 MHz and measure the noise power across an internal 50 
Ω resistor before displaying the noise power per unit bandwidth in dB relative to a 
reference noise power kT0 (the Johnson noise for a matched 50 Ω input at T0 ) [18]. T0 is 
taken as 290 K.  
)(log10)(
0
10
kT
N
dBNFM =         (2.2.6) 
where N is the measured noise power over the bandwidth. Rearranging equation (2.2.6) 
gives 
)
10
(
0
10
NFM
kTN =          (2.2.7) 
 
However, the system and background noise contributing to the noise floor in the NFA 
needs to be considered and subtracted from the total measured noise power to provide a 
correct noise power, Nc. The measured system and background noise, Nbackgournd, can be 
achieved by measuring the noise at a bias just before the onset of multiplication. For a 
SAM APD, Nbackgournd is measured before the punch through voltage. The excess noise 
factor, F, therefore is given by  
22 MqI
N
F
pr
c
=           (2.2.8) 
2.2.4.2 Phase sensitive detection technique 
The conventional noise measurement system employing a noise figure analyser is unable 
to isolate the noise due to the dark current from that due to the avalanche process when 
the dark current is comparable to the photocurrent. Therefore to ensure accurate 
measurement of avalanche noise, a customised circuit developed by Li et al. [19, 20] 
using the phase sensitive detection technique was used. This allows simultaneous 
measurements of gain and excess noise of the devices. This setup includes two Standard 
Research SR830 lock-in amplifiers (LIAs). The excess noise circuit setup is shown in 
figure 2.2.4. Laser light was mechanically chopped and the modulated photocurrent was 
converted into a voltage signal and amplified by a transimpedance amplifier (TIA) with a 
gain of 2200 V/A. The amplified signal was measured using a LIA to determine the 
photocurrent and thus gain as described in the previous section. To measure the noise 
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power, the output from the TIA was connected to a bandpass filtered at a center 
frequency of 10 MHz and a bandwidth of 4.2 MHz to isolate the amplified shot-noise 
from the modulated signal. The noise voltage from the output of the bandpass filter was 
further amplified and converted to a mean square value by a power meter, which was 
measured using the second LIA. An attenuator placed between the amplifier and the noise 
power meter was used to avoid the power meter saturation by large signal.  
 
Figure 2.2.4 Schematic diagram of excess noise circuit set up. 
 
Because the frequency response, defined by the transfer function of the TIA, of the 
measurement circuit is dependent on the device capacitance, the measured noise power 
needs to be corrected before the noise power can be deduced [20]. The variation of circuit 
gain with capacitance can be represented by the effective noise bandwidth [21]  
23267.42573.8172143.4186335)( CCCB −+=      (2.2.9) 
where C is the device capacitance in pF.  
 
The corrected noise power can be expressed as 
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NN Si
mc
×=          (2.2.10) 
where Nm and Nc is the measured and corrected noise power, CSi is the capacitance of the 
reference commercial Si p-i-n photodiode (Centronic BPX65) and B(CSi) is the effective 
bandwidth of the Si photodiode. 
 
The excess noise factor is given by 
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where K is the  noise per unit input photocurrent of the noise measurement system. 
 
2.2.5 Frequency response measurement 
2.2.5.1 Optical heterodyne technique 
The wide band on-wafer frequency response measurements can be performed by using an 
optical heterodyne setup, as shown in figure 2.2.5.  
 
Figure 2.2.5 Schematic diagram of optical heterodyne setup. 
 
The optical sources were provided by two Avanex A1935 TLI distributed feedback laser 
(DFB) laser diodes with the wavelengths of 1529.55 nm and 1570.82 nm, respectively at 
room temperature. One laser diode was mounted on the Melles Griot DTC301 
temperature controller and the other one was mounted on Thorlabs ITC4001 to be 
controlled by a computer. The wavelength of the laser light is temperature dependent, and 
hence, the output wavelength of the laser diode can be modified by the temperature 
controller by using the Peltier effect. The laser diodes available have temperature 
wavelength tunability of 0.09 nm/ºC and the temperature tuning resolution of the 
ITC4001 temperature controller is about 0.001 ºC. By tuning the temperature of the laser 
diode mounted on the Thorlabs temperature controller and keeping the other one constant, 
the two lasers were mixed using a 50:50 polarisation maintaining coupler. This setup is 
capable of generating a signal with oscillation frequency that is close to THz. The beat 
frequency of the signal is expressed as 
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where λ1 (T1) and λ2 (T2) are the temperature dependence of wavelengths of the first and 
second DFB laser diodes that are fixed at temperature T1 and T2 respectively; ωb is the 
frequency difference between the two laser diodes (beat frequency). From calculation, a 
temperature step of 0.001 ºC (corresponding to ~ 0.0001nm), can produce a minimum 
beat frequency step of ~ 12 MHz. 
 
The combined optical intensity of the mixed light waves is given by [22, 23]
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where ζ1 and ζ2 is the optical field envelope of the first and second DFB laser diodes, φ is 
the angle between the two polarised directions of the light waves. The polarisation angle 
should be kept at the values of 2kpi  for maximum optical signal intensity; otherwise, any 
small variation in the polarisation angle would result in a big change in the optical signal. 
As the polarisation of light can be influenced by small temperature variation and pressure 
points on the optical fiber, a Thorlabs manual polarisation controller was inserted 
between one of the output fibers of the 50:50 couplers and the device to minimise φ. The 
device was probed using a microwave probe from GGB Industry Inc.(40 A, 8 kHz ~ 40 
GHz) and then connected to a SMU and Anritsu spectrum analyser (MS2688C, 9 kHz ~ 
40 GHz) through a bias tee from Picosecond Pulse Labs (5544, 50 kHz ~ 40 GHz).  
 
Thus, the photocurrent response from the device is given by [22, 23] 
))cos(2cos)(()(
21
2
2
2
1
0 tF
h
q
ti
bbc
ωζζϕωζζ
ν
η
⋅++=      (2.2.14) 
where η0 is the quantum efficiency of the device,  νh is the photon energy and F(ωb) is 
the frequency response of the diode. As the optical signal intensity was adjusted for 
photodiode to deliver adequate signal level to overcome system noise, and the ζ1, ζ2 and 
the polarisation angles were kept constant during measurements, the frequency response 
of the diode at a given beat frequency can be detected by the spectrum analyser. Figures 
2.2.6 (a) and (b) show an example of the frequency response of a diode at the beat 
frequency of 4.2 GHz and full frequency response of InGaAs/InAlAs verticaly 
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illuminated APDs with different diameters measured by the heterodyne setup, 
respectively. The absolute power (in dBm) measured by the spectrum analyser can be 
easily used to define the -3 dB bandwidth of the DUT. 
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(a)      (b) 
Figure 2.2.6 (a) an example of the frequency response of a diode at the beat frequency of 4.2 GHz 
and (b) full frequency response of InGaAs/InAlAs vertically illuminated APDs with different 
diameters measured by heterodyne setup. 
2.2.5.2 External laser modulation 
Optical heterodyne measurements can provide the advantage for ultra-wide bandwidth 
characterisation. However it delivers the DC and AC optical signals together and this 
could affect the bandwidth measurement since the response of the diode can be 
influenced by the DC optical power level. In order to overcome the system noise and 
detect the beat frequency from the photodiode, high optical power illumination was used 
with an unwanted consequence of increased total current in the diode leading to potential 
saturation effect, particularly for APD operating at high gains.  
 
Therefore the setup that can generate separate DC and AC signals is desirable. Externally 
modulated continuous wavelength (CW) laser diode was utilised, as illustrated in figure 
2.2.7. A Thorlabs Fabry-Perot (FP) laser diode with a continuous output wavelength of   
1330 nm was connected to a variable optical attenuator for controlling the power intensity 
before modulated by a CIP Technologies 40 GHz electron-absorption modulator (EAM). 
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The EAM was driven by an Agilent network analyser (E83641 10 MHz ~ 50 GHz) which 
has a wide RF signal power ranging from -70 ~ +13 dBm. The modulated optical signal 
though optical fiber was transmitted into the DUT and the optical-electron frequency 
response was detected by the other port of the network analyser. 
 
Figure 2.2.7 Schematic diagram of externally modulated laser setup. 
 
It is worth noting that both systems described suffer system loss when signal propagates 
at high frequency through the RF components (the cable, probe, bias tee, modulator and 
adapters all have -3 dB bandwidths of 40 GHz). Hence any measured frequency response 
data have to be corrected for this system loss. The system loss from the RF components, 
excluding the 40 GHz GSG probe and the modulator, was measured by the network 
analyser. The loss from the probe and modulator was extracted from their data sheet and 
were added into the total system loss for system calibration. Figure 2.2.8 shows the total 
system loss with the RF modulating power ranging from -60 to +4 dBm. 
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Figure 2.2.8 Total system loss from all the RF components.  
 
In addition, in the above two measurement techniques, the measurement platform that 
accommodates both electrical and optical signal at high frequency requiring the 
satisfactory of ease of use and stability for top-illuminated and side illuminated 
photodiode characterisations. The standard 50 Ω GSG microwave probe is therefore 
installed on the custom arms attached to precision linear translation stages with 
micrometer adjustment. The planarisation of the probe station and probe arm can be 
rotated by a screw and lock, as shown in figure 2.2.9. 
 
Figure 2.2.9 Probe station for the microwave measurement. 
 
The optical fiber transmitted the laser light can be precisely positioned on the top optical 
window for the top-illuminated devices by micrometer adjustment stage, both of which 
images can be simultaneously presented by the camera and monitor through the optics. 
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The side illuminated device deliveries the light to in-plane surface and the facet of the 
waveguide is generally every small (< 10 µm), requiring a high precision control for 
optical coupling. The lensed fiber with small beam size waist (~ 3 µm) was used to focus 
the light onto the DUT. This fiber was mounted on a Melles Griot three-axis linear 
translation state with manual micrometer actuator. The translation stage parallel and 
perpendicular to the beam propagation was controlled by a mounted DC servo actuator 
for submicron resolution adjustment, which was necessary for the short depth of field of 
focusing lens. This side illumination platform was used for waveguide measurements, as 
shown in figure 2.2.10. The detail information of the high speed measurement by the two 
setups is also described in Appendix C. 
 
Figure 2.2.10 Side illumination measurements for the waveguide devices under test. 
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Chapter 3 Fabrication techniques 
 
This chapter summarises the selective chemical mesa etching and surface treatment of 
InGaAs/AlAsSb SAM APD for electrical characterisation and reliable performance. The 
fabrication process of InGaAs/InAlAs high speed diode with hybrid CPW structure for 
electrical and microwave characterisation is also outlined. The InGaAs/AlAsSb and 
InGaAs/InAlAs APDs were grown by molecular beam epitaxy (MBE) by IQE InC., US, 
and EPSRC National Centre for III-V Technologies, U.K respectively. All the devices 
were fabricated at the clean room at the EPSRC National Centre for III-V Technologies, 
U.K. 
 
3. 1 Molecular beam epitaxy (MBE) 
 
Molecular beam epitaxy (MBE) is a evaporation technique developed by A.Y.Cho in the 
1970’s [1-3] that take place in ultra-high vacuum ( ~ 10
-8
 Torr) and can precisely controls 
the beam fluxes and allows the films to grow eptitaxially.  The slow deposition rate (≤ 1 
µm/hr) and the shuttered sources allow the accurate control of material composition at the 
atom level and doping in the sharp hetero-junction interface. The system overview is 
shown in figure 3.1.1. Wafers are loaded in the high-vacuum growth chamber and placed 
on the continual azimuthal rotation (CAR) on which the wafer are heated and rotated 
during the cystal growth. The beam equivalent pressure (BEP) is positioned facing the 
sourcing. The reflection high energy electron diffraction (RHEED) is often used for 
monitoring the growth of the crystal layers. A thermocouple on the CAR heater along 
with the optical pyrometry is used to control the growth temperature. The shutters are 
controlled by the computer which control the fluxes from the sources during the growth 
[4]. Cryopumps and cryopanels is used to cool and maintain the growth chamber 
temperature. 
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Figure 3.1.1 Schematic of MBE chamber (copied from Ref.3) 
 
3.2 Simple mesa diode 
 
Simple mesa diodes were fabricated into microstrip structure to test wafer quality and 
used for electrical characterisations such as I-V, C-V, photomultiplication and excess 
noise measurements. First, the samples were cleaned by boiling in the n-butyl acetate, 
acetone and isopropyl alcohol (IPA) for 30 seconds. Following this the mesa pattern was 
defined by the standard photolithography process and chemically etched to isolate the p- 
and n-type contact layers as well as providing isolation between adjacent devices. The 
chemical etch should be carefully chosen to achieve a high selective etch so that the 
semiconductor is etched at a significantly faster rate than the photoresist as well as 
ensuring minimum undercut and damage to the sample surface. A 1: 8: 80 mixture of 
sulphuric acid: hydrogen peroxide: deionised water (H2SO4: H2O2: DIW) has been 
reported to etch InGaAs and InAlAs at room temperature with a stable etch rate of ~ 0.5 
µm/min [5], and hence was used for etching InGaAs/InAlAs material system in this work. 
A 1:1:1 mixture of hydrobromic acid: acetic acid: potassium dichromate solution (HBr: 
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CH3COOH: K2Cr2O3) was found to yield good I-V characteristics at room temperature 
for AlAsSb p-i-n photodiodes [6]. However the 1:1:1 mixture of HBr: CH3COOH: 
K2Cr2O3 etchant will generate a significant trench at the bottom floor of the mesa and 
produce sharp edges due to the change of mesa slopes at the heterojunctions. This can 
cause high electric field in the devices leading to potential premature breakdown. The 
deep trench penetrating into the substrate can also cause an open-circuit if the structure is 
grown on semi-insulating substrate. Hence a more reliable chemical etchant recipe is 
required for InGaAs/AlAsSb SAM APD as it is grown on the semi-insulating substrate.  
The etching of InGaAs /AlAsSb structure was evaluated using the following recipes: 
a) 1:1:1:10  HBr: CH3COOH: K2Cr2O3: DIW – etches all the layers in the  InGaAs/AlAsSb 
APD  
This diluted etchant was aimed at minimising the trench. However the reduced trenches were 
achieved with a slow etching rate (~ 20 nm/min) which produces a rough surface with visible 
black spots, as shown in figure 3.2.1 (a). 
 
b) 1:8:80  H2SO4: H2O2: DIW – etches all the layers in the InGaAs/AlAsSb APD 
This etchant produced poor I-V performance and a matt surface as reported for AlAsSb p-i-n 
photodiodes [2]. After etching rough and dark spots were produced in the surface although 
the trenches were insignificant, as shown in figure 3.2.1 (b). 
 
c) 1:8:80  H2SO4: H2O2: DIW – etches InGaAs absorption layer and InAlAs charge sheet 
layer, followed by 
     1: 1: 9 – HCL: H2O2: DIW – selective etching for AlAsSb  
1:1:9 HCL: H2O2: DIW has been reported provide a selective etching for AlAsSb without 
attacking InGaAs [7]. Therefore a 1:8:80 H2SO4: H2O2: DIW was first used to remove the 
InGaAs absorption layer and InAlAs charge sheet layer, and followed by 1:1:9 HCL: H2O2: 
DIW to etch away the AlAsSb layers. Unfortunately after etching dark surface and visible 
cracks were produced. These could not be removed when the sample was exposed to the air. 
Insignificant trench was observed after completing the etching process. The results are shown 
in figure 3.2.1 (c). 
 
d) 1:8:80 H2SO4 : H2O2: DIW – etches the InGaAs absorption layer  and InAlAs charge 
sheet layer, followed by 
 52 
    1: 1: 5 - HCL: H2O2: DIW – selective etching for AlAsSb 
In order to increase the etch rate for AlAsSb layer and reduce the possibility of Al and Sb 
oxidation, the concentration of HCL: H2O2: DIW etchant was increased to a ratio of 1:1:5. 
The etched sample showed an even and clean surface, suggesting minimal Al and Sb 
oxidation, as shown in figure 3.2.1 (d). No significant trench was observed after the etching 
process, improving the device reliability for subsequent electrical characterisation. The 
sample was finally dipped into 1:1:1 HBr: CH3COOH: K2Cr2O3 etchant to produce good I-V 
characteristic for AlAsSb as reported.  
   
   (a)     (b) 
   
(c) (d) 
Figure 3.2.1 Microscope view of sample surface after different recipes: (a) 1:1:1:10 HBr: 
CH3COOH: K2Cr2O3: DIW; (b) 1:8:80 H2SO4: H2O2: DIW; (c) 1:8:80 H2SO4: H2O2: DIW + 1: 1: 
9 – HCL: H2O2: DIW and (d) 1:8:80 H2SO4: H2O2: DIW +1:1:5 - HCL: H2O2: DIW. 
 
Since the wafer was grown on semi-insulating substrate, the metal grid contacts are 
evaporated on the bottom n-layer after the mesa etching; the n-backside metal contacts 
can be evaporated for wafers grown on conducting substrates. It is worth noting that both 
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choices of p-type and n-type metallisation are crucial for achieving thermally stable and 
low contact resistance contacts. The annealing of the metal alloy to encourage metal 
diffusion into the semiconductor can improve the ohmic contacts.  
 
Dielectric films are sometimes deposited for planarisation and for surface passivation to 
protect the device from ambient gases and moisture so that good electrical characteristics 
can be maintained. In this work, different dielectric films such as SiNx, SiO2, BCB and an 
alternative negative photoresist SU-8 have been deposited on InGaAs/AlAsSb SAM 
APDs. The best I-V characteristics  were achieved using SU-8 as shown in figure 3.2.2, 
which is probably due to the absence of high temperature or plasma induced damages 
compared to the plasma enhanced chemical vapor deposition (PECVD at 300 °C) for 
SixN and SiO2. Baking for BCB at high temperature to dehydrate (100 °C) and curing 
(250 ~ 300°C) may be the reason for the degradation observed. 
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Figure 3.2.2 I-V characteristics for unpassivated and passivated InGaAs/AlAsSb SAM APDs with 
different dielectric films. 
Finally, diodes were fabricated with the radius, r of 200, 100, 50 and 25 µm. The top 
view and cross-section of the fully fabricated devices are shown in figure 3.2.3 (a) and (b) 
respectively.  
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          (a)        (b) 
Figure 3.2.3 (a) Top and (b) cross-section view of fabricated simple mesa diode. 
3.3 High speed InGaAs/InAlAs APDs 
 
The high speed InGaAs/InAlAs APD was fabricated using the hybrid coplanar structure 
and the processing was carried out using a self-alignment technique [8] on the semi-
insulating substrate. Detail information of the process is described in Appendix D. 
1) P-type top metallisation and annealing 
It is well known that RC time limit is normally the main limit for the high speed device. 
Since the photodiode’s capacitance is dominated by the diode’s area, the material’s 
permittivity and the depletion region, (these are fixed by the APD design) it is critical to 
achieve a p-type ohmic contact with low series resistance. In addition to a highly doped 
p-type InGaAs cap layer (generally >1019/cm3), the work function (ϕm) of the metal 
should be greater than InGaAs to form a narrow accumulation layer at the interface. The 
valence band edge of InGaAs lies 0.25 eV below the vacuum level (electron affinity 
energy) and 5.5 eV for GaAs, most metal work functions are below 5 eV, so it is difficult 
to find a good p-contact metal. Furthermore the surface state density in the p
+
 InGaAs 
layer is reported high, resulting in the surface energy pinning effect [9] and hence it is 
challenging to obtain good ohmic contact on the p
+
 InGaAs layer. A number of 
metallisation schemes were evaluated and a low contact resistance was obtained by 
thermal evaporation of Ti/Pt/Au with the thickness of 10 /30/200 nm followed by a rapid 
thermal annealing at 420 °C for 30 seconds [10]. Here Ti (ϕm = 4.33 eV) was used to 
form a good adhesion to the semiconductor, Pt used since it has a high work (ϕm = 5.65 
Optical window 
Top contact 
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eV) [11] and Au deposited to package and overcome the skin effect at high frequency. 
The metal contacts were annealed to allow Pt to migrate to the semiconductor interface to 
form alloys of metal-semiconductor. The top annual contact was formed on top-
illuminated device to allow optical access while the top contact along the mesa ridge was 
evaporated for side illumination device to minimise the series resistance. 
 
2) Mesa etch 
Mesa patterns were defined using a standard photolithography, and the pre-deposited p-
metal contacts were used as self-aligned metallisation with respect to the mesa regions. 
During the mesa etching, the etch profile produced by the dry etching is normally vertical, 
which could cause either a discontinuity of metal tracks for bond pads or high electric 
field at the corner mesa edge, so that a gradual slope etch profile is preferred at the 
sidewall. Since some wet chemicals etch anisotropically due to preferential etching along 
certain crystal planes, the etch profile produced using H2SO4: H2O2: DIW (1:8:80) was 
investigated for InGaAs/InAlAs APDs. Since the preferential etching is not prominent in 
the circular diodes, square pixels shown in figure 3.3.1 (a) were used to investigate the 
etching profile for InGaAs/InAlAs APDs. The straight edge of square pixel was oriented 
in parallel to the [ 101

] and to the [ 011 ] direction of the grown wafer, which were 
indicated by the major flat and secondary flat on the grown wafer. The gradual slope 
which enables a smooth transition from the top metal contact to the bottom n+ layer was 
achieved in the [ 101

] direction, as shown in figure 3.3.1 (b). The undercut widths, in the 
two directions were different, which was commonly observed in the wet chemical etching. 
In order to avoid the metal contacts from overhanging (due to undercut) over the edge of 
the mesa and causing potential short circuit, it was particularly important that the mask 
set was designed to account for this undercutting effect. Examples of devices with small 
areas are the waveguide devices [8] with dimensions of less than 10 ×10 µm2, and the 
thin ridges mandatory for travelling wave APDs.  The square pixel with side length of 15 
µm oriented parallel to the [011 ] and to the [ 101

] direction was again patterned and 
etched using H2SO4: H2O2: DIW (1:8:80) with an etch depth of 1.7 µm. The side lengths 
of the square pixel on the top p
+
 layer were found to be ~ 3.7 and ~ 3.9 µm in the [011 ] 
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and [ 101

] direction respectively.  There was no significant undercut at the bottom n
+
 
layer in the [011 ] direction but ~ 2 µm undercut, or lateral etch, was produced in the 
[ 101

] direction. The etched profiles in the two directions were shown in figures 3.2.2 (a) 
and (b) respectively. Figure 3.3.3 shows the fabricated metal tracks along the mesa 
sidewall in the [011 ] and [ 101

] directions of the wafer. An acceptable bevel sidewall 
and high yield continuous metal track was formed parallel to the [ 101

] direction. 
 
(a) 
 
(b) 
Figure 3.3.1 SEM of (a) square pixel and (b) etch profiles of 4 x 4 square pixels on 
InGaAs/InAlAs APD. The pixel edges were oriented in parallel to the [011 ] and to the [ 101

] 
directions of the grown wafer. 
[ 101

] 
[ 101

] 
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(a) 
 
(b) 
Figure 3.3.2 SEM of InGaAs/InAlAs APD etch profiles in directions of (a) [011 ] and (b) [ 101

] 
directions of the grown wafer with the etch depth of 1.7 µm. An undercut was observed in (a). 
 
undercut  
undercut  
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(a)       (b) 
Figure 3.3.3 SEM of the metal track transition from the top p
+
 of the mesa to the n
+
 bottom layer 
in directions of (a) [011 ] and (b) [ 101

]  of the grown InGaAs/InAlAs wafer. 
 
The top-illuminated devices were fabricated into circular with different diameters and 
rectangle for side illuminated devices with different ridge widths and lengths. 
 
3) N-type metallisation 
InGe/Au with the thickness of 20/200 nm was thermal evaporated to form the lower n-
type ohmic contact. Though the metal contact rapid thermal annealing at 420 °C for 3 s 
can improve the contact resistance [12], the high temperature exposure of mesa sidewall 
may degrade the device surface leakage characteristic. The subsequent process by 
PECVD (300 °C) for dielectric layer deposition requiring further heating can help the 
metal diffusion into the n
+
 InGaAs cladding layer, so that the metal alloying process was 
suspended and carried out together with the dielectric layer deposition process. 
 
4) Second mesa etch 
The second mesa etch was carried out to etch the structure to the semi-insulating 
substrate for microwave probing and minimising the parasitic capacitance between bond 
pads. A mixture of H2SO4: H2O2: DIW (1:8:80) was used to remove the bottom n
+
 
InGaAs contact layer. Diluted HCL solution [11] can selective etch InP without 
InGaAs/InAlAs but it has a fast etch rate of 12 µm/min. Therefore, Orthophosphoric acid, 
H3PO4, and DIW was added to HCL with a mixture ratio of 3:1:2 for better control of the 
etch rate, which is 3 µm/min. There should be negligible surface leakage current flowing 
Broken 
Well linked 
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through the ideal semi-insulating substrate, however, the un-optimised substrate by 
defects or the dopants from the n
+
 InGaAs contact layer diffusing into the substrate will 
result in substrate leakage current, as illustrated in figure 3.3.4(a). Therefore the etching 
thickness (d1) to the substrate with different acid and etching time was investigated, 
shown in figure 3.2.4(b). The combination etchants of H2SO4: H2O2: DIW (with ratio of 
1:8:80) and H3PO4: HCL: DIW (with ratio of 3:1:2) which etched the substrate for 10 s 
with the thickness of 0.5 µm, produced the worst surface leakage, indicating there is a 
possibility of dopants diffusing into substrate. Less surface leakage current is flowing 
through the substrate with the etching depth d1 = 1 ~ 2 µm, however, the leakage current 
level of tens of nA requires further optimisation of the substrate. Figure 3.3.5 shows a 
successful metal link from the n
+
 bottom contact layer to the substrate. 
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(a)            (b) 
Figure 3.3.4 (a) Schematic illustration the surface leakage current flowing through the bond pads; 
(b) measured surface leakage current with different etching depth for different acid and etching 
time. 
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Figure 3.3.5 SEM of the bond pad links the bottom n
+
 InGaAs contact layer to the InP semi-
insulating substrate. 
 
5) Dielectric layer deposition 
Normally one of the difficulties associated with the fabrication of the high speed device is 
the optimised low leakage bond pads on the semi-insulating substrate. The dielectric 
isolation or the air-bridge techniques are possible ways to fabricate the bond pads [11]. In 
our fabrication procedure, 200 nm SiNx dielectric film was deposited by PECVD process 
(300 °C), which was used as passivation and dielectric isolation layer. Then the contact 
windows of the p-top, n-bottom and bond pads were opened by reactive ion etching (RIE). 
The RIE etching time was calculated approximately from its etching rate (50 ~ 55 
nm/min). It is worth noting that the reactive ion beam will attack the photoresist during 
the window opening process, the thickness of the photoresist needs to be adjusted 
accordingly, particularly spinning sufficient photoresist thickness at the sharp corner of 
device edges, where it is thinnest.  
 
6) CPW contact pads 
The CPW contact pads of connecting the top p-contact, low n-contact to the substrate was 
thermal evaporated using Ti/Au interconnect metal with the thickness of 10/600 nm. Ti 
was used as adhesion layer of Au to the semiconductor and the thickness Au layer was 
calculated to be sufficiently thick to overcome the skin effect depth at high frequency up 
Metal links to 
the substrate 
InP Substrate 
n
+
 contact layer 
Dielectric layer 
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to 50 GHz. The fabrication of high speed top-illuminated device was completed after this 
process. 
 
7) Scribe and cleave substrate 
In order to allow lateral light injection for side illuminated waveguide device, the 
substrate thickness needs to be reduced to about 150 µm by chemical mechanical 
polishing process. The following scribing and cleaving process at the center of the ridge 
was to achieve a smooth facet for light coupling, as shown in figure 3.3.6. Here, the pairs 
of pre-deposited triangle metal with the gap width of 10 µm were used as cleaving 
alignment marks and their separation width shows the maximum cleaving tolerance if the 
breaking line was not straight. 
 
Figure 3.3.6 Scribe and cleave along the center of the ridge device, the dashed line is facet 
cleaving. 
The top views of the fabricated high speed vertically illuminated and side illuminated 
device are shown in figure 3.3.7. 
   
            (a)                (b) 
Figure 3.3.7 SEM of top view of (a) top illuminated and (b) side illuminated devices. 
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Chapter 4 High speed InGaAs p-i-n photodiode operating at 
1.55 µm 
 
This chapter describes characterisation of high speed InGaAs p-i-n photodiodes 
fabricated into vertically illuminated and side illuminated waveguide devices for 
operation at 1.55 µm. Improved bandwidth-efficiency product was achieved in the 
waveguide InGaAs photodiodes. 
 
4.1 Device structure 
 
An InGaAs p-i-n wafer was grown by molecular beam epitaxy on semi-insulating InP 
substrate. It comprises a p-i-n InGaAs, sandwiched between InAlGaAs and InAlAs 
highly doped layers, as summarised in table 4.1. The InAlGaAs layers provide bandgap 
grading as well as confining the optical wave in InGaAs. The diodes were fabricated into 
hybrid coplanar waveguide design. Detailed fabrication steps have been described in 
chapter 3. Vertically illuminated photodiodes (VPDs) with diameters of, D, of 10, 20, 50 
and 100 µm were also fabricated on the wafer to verify RC-limited bandwidth. The side 
illuminated waveguide devices (hereafter WG-PDs) are fabricated with ridge width wridge 
= 5 µm and the waveguide length, L, of 15, 30 and 55 µm. The top p-type contact width 
on the WG-PDs is 2 µm. The bond pad length of all the diodes is 300 µm. 
Table 4.1 Epitaxial layer structure of InGaAs p-i-n photodiodes. 
Layer Material Doping 
(cm
-3
) 
Type Nominal thickness 
(nm) 
Cap In0.53Ga0.47As 5 × 10
18
 p
+
 20 
Cladding In0.52Al0.48As 5 × 10
18 p+ 300 
Cladding InGaAlAs 
(Eg=1.1eV) 
2 × 10
18
 p
+
 600 
Core In0.53Ga0.47As 2 × 10
18
 p
+
 50 
Core In0.53Ga0.47As undoped i 300 
Core In0.53Ga0.47As 2 × 10
18
 n
+
 50 
Cladding InGaAlAs 
(Eg=1.1eV) 
2 × 10
18
 n
+
 600 
Cladding In0.52Al0.48As 5 × 10
18
 n
+
 100 
Buffer In0.53Ga0.47As 5 ×10
18
 n
+
 300 
InP semi-insulating substrate 
 64 
4.2 Experimental details 
4.2.1 C-V measurement 
C-V measurement was performed on VPDs with diameters of 100 µm as shown in figure 
4.2.1. Parasitic capacitance between the bond pads on the semi-insulating substrate of ~ 
48 fF was measured. The C-V was modeled to estimate the intrinsic layer thickness in the 
structure. Dielectric constant of 13.5 [1] was used for InGaAs. The rapid drop of the 
capacitance in the modeled C-V was due to the simplified assumption of the abrupt 
junction in the model but dopant diffusion is likely to occur in the real structure. The 
modeled C-V data suggests the intrinsic layer thickness is equivalent 0.31 µm, close to 
the nominal value. 
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Fig 4.2.1 Measured and modeled capacitance for InGaAs p-i-n diode with a diameter of 100 µm. 
 
4.2.2 Dark I-V measurement 
Room temperature dark I-V characteristics of all the diodes are shown in figure 4.2.2. 
Dark current measurements show incomplete suppression of the surface leakage current 
since the measured current does not scale with the diode area nor the surface perimeter. 
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Figure 4.2.2 Dark current measurements for all the devices. The mesa diode with 100 µm 
diameter was shown for comparison. 
 
4.2.3 Responsivity measurement 
A 1.55 µm laser coupled into a hemispherical-ended single mode fibre was focused onto 
the top of the VPDs and side cleaved facet of the WG-PDs. The input optical power was 
measured using a commercial Perkin Elmer C30665 InGaAs p-i-n photodiode and a 
standard power meter for consistency check. The photocurrent at a reverse bias of 2 V 
was measured using a source measure unit. All the diodes do not have an antireflection 
(AR) coating. Responsivity values of 0.38, and 0.48 A/W were measured for VPDs and 
WG-PDs, corresponding to external quantum efficiencies of 30.4 and 38.4%. It is worth 
noting that although the waveguide devices have different waveguide lengths, their 
responsivities were indistinguishable. 
 
4.2.4 Frequency response measurement 
The on-wafer frequency response measurements were performed using the optical 
heterodyne setup [2, 3], as detailed in chapter 2. All the devices were reverse biased at 2 
V so that the structure was been fully depleted. The measured frequency response results 
are shown in figure 4.2.3 (a) for VPDS and (b) for WG-PDs. The -3 dB bandwidths of the 
VPDs are 23.5, 13.4, 6.0 and 1.28 GHz for the diodes diameters of 10, 25, 50 and 100 µm, 
respectively. Clearly the bandwidth reduces with device area. However WG-PDs show 
 66 
similar -3 dB bandwidths, with values of 26.5, 24.8 and 25.2 GHz for WG-PDs with L = 
15, 25 and 50 µm respectively, which seems to be independent of diode area within the 
experimental error.  
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(b) 
Fig 4.2.3 Relative frequency response measurement by using heterodyne for different type of 
diodes: (a) VPDs with different diameters (b) WG-PDs with different waveguide lengths.  
 
4.3 Discussions 
 
All the diodes showed dominant surface leakage currents. A mesa diode without 
passivation and bond pad with a diameter of 100 µm was fabricated to investigate the 
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origin of the surface current, as shown in Fig 4.2.1. Surface leakage current in this 
unpassivated mesa diode and without bond pad is at least 2 orders of magnitude lower 
compared to the other diodes, suggesting the surface leakage current is predominantly 
originating from the surface degradation caused by the PECVD process used for SiNx 
dielectric layer deposition at a temperature of 300 °C and the un-optimised bond pads on 
the semi-insulating substrate. Lowering the SiNx deposition temperature or replacing 
SiNx with SU-8 which is processed at room temperature may reduce the dark current in 
the diodes. Etching deeper into the substrate or growing an undoped buffer layer to avoid 
possible reduced resistivity due to n-type dopant diffusion from the bottom n
+
 InGaAs 
layer may also improve the leakage current. 
 
The capacitance per unit area of the structure is 2.02 × 10
-4
 pF/µm2. The parasitic 
capacitance of ~ 48 fF, originating from the un-optimised semi-insulating substrate 
between the bond pads, was measured. The contact resistivity value of 4 × 10
-6
 Ω.cm2 
was extracted from the TLM model [4]. Hence the total capacitance and resistance, 
including the contact resistance from the metal and the load resistance of 50 Ω, can be 
estimated to predict the conventional -3 dB RC limited bandwidth from equation (1.1.5) 
as shown in table 4.2.  
 
The calculated -3 dB RC-limited bandwidths are in reasonable agreement with our 
measured bandwidths for VPDs, confirming that bandwidth decreases with increasing 
diode area due to the RC lumped effect. However the measured values are significantly 
lower than the predicted values in all the WG-PDs. We attribute this to un-optimised 
bond pads leading high microwave loss. Therefore the bond pads were modified in the 
mask set for fabricating the travelling-wave APDs in chapter 5. 
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Table 4.2 Calculated capacitances, series resistances, -3 dB RC-limited bandwidth and measured   
-3 dB bandwidth for VPDs and WG-PDs. 
Diodes Dimensions Total 
capacitance 
(pF) 
Resistance  
(Ω) 
Calculated 
RC -3 dB 
bandwidth 
Measured -3 
dB 
bandwidth 
D =10 µm 0.08 72 27.6 23.5 
D = 20 µm 0.175 55 16.5 13.4 
D = 50 µm 0.84 51 3.72 6.0 
VPDs 
D = 100 µm 3.22 50 0.99 1.28 
L = 15 µm 0.063 56 45.1 26.5 
L = 30 µm 0.078 52 39.2 24.8 
WG-PDs 
(wridge  = 
5 µm) 
L = 55 µm 0.103 50 30.9 25.2 
 
Higher responsivity results measured in the WG-PDs compared to VPDs are attributed to 
the longer waveguide absorption lengths. However the same responsivity results in WG-
PDs with different waveguide lengths also showed that the waveguides are longer than 
the required length for fully absorption laser light (99.9%) is 5.8 µm assuming an 
absorption coefficient of 0.8 /µm for InGaAs [5] at the wavelength of 1.55 µm. Therefore 
no advantage was gained by increasing the length of WG-PDs beyond 5.8 µm. 
 
The highest bandwidth-efficiency values obtained for the VPDs and WG-PDs are 7.14 
and 10.2 GHz respectively, which were calculated by selecting the highest   -3 dB 
bandwidth for each type of diode and multiplying the corresponding external quantum 
efficiency. The results therefore show that WG-PDs can improve the bandwidth-
efficiency product for high speed applications. 
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4.4 Conclusions 
 
InGaAs p-i-n vertically illuminated and side illuminated waveguide photodiodes were 
fabricated and characterised. The measured -3 dB bandwidth for the VPDs reduces with 
increasing device area and is consistent with the calculated RC bandwidth. The measured 
-3 dB values for WG-PDs with different waveguide lengths show lower values than the 
calculated RC-bandwidths. This is attributed to the un-optimised bond pad and thus 
limiting the device bandwidth. However higher bandwidth-efficiency product is still 
achieved using the WG-PDs, providing advantage in high speed communication systems.  
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Chapter 5 High speed InGaAs/InAlAs SAM APD 
 
With the great increase in internet data traffic comes a high demand for high performance 
photodiodes to convert optical signals to electrical currents. Hence this chapter aims to 
develop low dark current, high bandwidth and low excess noise APDs for high bit-rate 40 
Gb/s optical communication systems.  This chapter describes the characteristics of high 
speed, low noise InGaAs/InAlAs SAM APDs achieved by successful incorporating a 
“travelling wave” design to remove the RC effects of the APDs.   
 
5.1 Device structure 
 
Two separate absorption and multiplication (SAM) APD structures were grown by 
molecular beam epitaxy on InP semi-insulating (S.I) substrate. Both structures have two  
nominal 50 nm InGaAlAs (with a bandgap, Eg, of 1.1 eV) grading layer on either sides of 
an InGaAs absorption layer, a 200 nm InAlAs field control layer and a 200 nm InAlAs 
multiplication layer. The InGaAs absorption layer is 600 nm for M3698 and 1200 nm for 
M3587. The layer structure details are summarised in table 5.1 and 5.2.  
Table 5.1 Structural details of the SAM APD (M3698) showing nominal values compared to 
those deduced from C-V fitting. 
Doping concentration (cm
-3
) Thickness (nm) Layer Material 
Nominal Fitted Nominal Fitted 
p
+ 
cap InGaAs 5 × 10
18
 5 × 10
18
 10 10 
p
+ 
cladding InAlAs > 5 × 10
18
 5 × 10
18
 300 300 
Grading InAlGaAs 
(Eg  = 1.1 eV) 
undoped 1 × 10
18
 50 50 
i-absorber InGaAs undoped 6 × 10
15
 600 440 
Grading InAlGaAs 
(Eg = 1.1 eV) 
undoped 7 × 10
15
 50 50 
p charge sheet InAlAs 2 × 10
17
 1.7 × 10
17
 200 200 
i multiplication InAlAs undoped 1 × 10
16
 200 200 
n
+
 cladding InAlAs > 5 × 10
18
 2 × 10
18
 100 100 
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n
+
 etch stop InGaAs 1 × 10
19
 1 × 10
19
 300 300 
InP semi-insulating substrate 
 
Table 5.2 Structural details of the SAM APD (M3587) 
Doping concentration (cm
-3
) Thickness (nm) Layer Material 
Nominal Fitted Nominal Fitted 
p
+ 
cap InGaAs 5 × 10
18
 5 × 10
18
 10 10 
p
+ 
cladding InAlAs > 5 × 10
18
 5 × 10
18
 300 300 
Grading InAlGaAs 
(Eg  = 1.1 eV) 
Undoped 2 × 10
15
 50 50 
i-absorber InGaAs Undoped 2 × 1015 1200 1200 
Grading InAlGaAs 
(Eg  = 1.1 eV) 
Undoped 2 × 10
15
 50 50 
p charge sheet InAlAs 1.8 × 10
17
 1.88 × 10
17
 200 200 
i multiplication InAlAs Undoped 4 x 10
15
 200 165 
n
+
 cladding InAlAs > 5 × 10
18
 2 × 10
18
 100 100 
n
+
 etch stop InGaAs 1 × 10
19
 1 × 10
19
 300 300 
InP semi-insulating substrate 
 
5.2 Theoretical characteristic impedance  
 
The hybrid coplanar transmission line model [1], described in detail in chapter 2.1.2, was 
employed to predict the frequency dependence of the impedance of the two SAM APDs 
configured in a long thin waveguide configuration. The simulated impedances for a range 
of waveguide devices with different values of ridge metal width, wp, and ridge mesa 
width, wridge, are shown in figures 5.2.1 (a) and (b). 
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(b) 
Figure 5.2.1 Simulated absolute characteristic impedance for InGaAs/InAlAs SAM APD: (a) 
M3698 and (b) M3587 using a hybrid coplanar transmission line model. 
 
The simulation suggests that the side illuminated waveguide APD (WG-APD) designs 
incorporating wp = 2 µm, wridge = 4~5 µm with a gap between the signal and ground 
contact of wgap = 7 µm will produce absolute characteristics impedance, Zabs close to 50 Ω 
independent of waveguide length L. Therefore waveguide APDs in which the electrical 
and optical waves interacted over a sufficiently long length (usually > 10s of µm) can be 
called travelling-wave APDs (TWAPDs). 
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The lateral injection WG-APDs were therefore fabricated from M3587 and M3698 using 
the process described in Chapter 3. Both set of devices have lengths of 15 to 55 µm, wp = 
2 µm, wridge = 5 µm (M3698) and 4 µm (M3587) and wgap = 7 µm. The coplanar 
waveguide bond pads for microwave probing are 125 µm long as shown in figure 5.2.2. 
 
Figure 5.2.2 Schematic of waveguide bond pads in the diodes. 
 
5.3 Experimental details 
5.3.1 C-V measurement 
Room temperature C-V measurements performed on test mesa diodes with diameters of 
50 µm are shown in figures 5.3.1 (a) for M3698 and (b) for M3587, respectively. 
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(a)      (b) 
Figure 5.3.1: Comparisons between measured, fitted and targeted C-V for a diode with diameter 
of 50 µm for (a) M3698 and (b) M3587. 
 
A rapid drop in the capacitance, corresponding to the increase in the depletion region was 
measured between 14.5 to 17.4 V for M3698 and 14 to 16 V for M3587. Relatively 
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constant capacitance was obtained at voltages above 17.4 and 16 V when the diodes are 
fully depleted. 
 
Modelling of C-V was performed to estimate the doping and electric field profile of the 
SAM-APD. Dielectric constants of 12.5 [2], 13 [2, 3] and 13.5 [3] were assumed for 
InAlAs, InAlGaAs and InGaAs respectively. Good fit to measured C-V for both 
structures, as shown in figures 5.3.1 (a) for M3698 and (b) for M3587, and a comparison 
of parameters used in the C-V fitting and nominal targeted values for M3698 and M3587 
are provided in Table 5.1 and 5.2 respectively. The modeled doping concentration value 
of the charge sheet is reasonably close to the targeted values in both structures. However 
the background doping concentration in the InGaAs absorption layer appears to be higher 
while the absorption layer is thinner than the intended values for M3698.  In M3587 the 
fitting suggests that the modeled multiplication layer is thinner than intended thickness. 
 
5.3.2 Dark I-V measurement 
The dark I-V characteristics of both structures, together with those from the bond pads 
only, are shown in figure 5.3.2 (a) for M3698 and (b) for M3587. Breakdown voltage 
defined as the voltage corresponding to a dark current of 100 µA are 26.5 and 34 V for 
M3698 and M3587 respectively. Low dark current was achieved in all the devices, which 
exhibits a reasonably low value of 50 nA at 90% of the breakdown voltage. The dark 
current prior to the breakdown voltage is independent of device geometry suggesting that 
it is not related to a bulk mechanism. A comparison with the leakage current measured on 
reference bond pads only structure yields a good agreement, particularly at low voltages, 
indicating that the dark current originates from non-optimised surface preparation prior to 
the bond pad deposition. 
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(a)      (b) 
Figure 5.3.2: Dark current measurements for the devices (a) M3698 and (b) M3587 with 
waveguide lengths of 15, 30 and 55 µm. The leakage current originating from the bond pad, BP, 
with length of 125 µm, deposited on the semi-insulating substrate was measured () for 
comparison. 
 
5.3.3 Excess noise measurement 
A phase sensitive detection noise measurement circuit [4, 5], described in Chapter 2, was 
used for the mean avalanche gain, M, and the associated excess noise, F, measurements. 
In order to deduce the avalanche gain in the two SAM-APDs, it is necessary to measure 
the responsivity value at the punch-through voltage to provide a reference for the 
photocurrent value at unity gain. Vertically illuminated SAM-APDs were used for these 
measurements. A responsivity value of ~ 0.35 A/W for M3698 at – 17.6 V and ~1.1 A/W 
at -17 V for M3587 was measured under optical powers ranging from 50-250 µW, 
assuming a semiconductor reflectivity of 0.3 [6]. This responsivity value is higher than 
the theoretical maximum value of 0.33 and 0.54 A/W, calculated using an absorption 
coefficient of 8.0 x 103 /cm [7], expected from an InGaAs absorption layer thickness of 
600 nm in M3698 and 1200 nm in M3587, suggesting an avalanche gain of at least M ~ 
1.06 for M3698 and M ~ 2.04 for M3587 at their respective punch-through voltages. 
Typical avalanche gain and the associated excess noise factors measured using a 1.52 µm 
laser for both structures are shown in figures 5.3.3 (a) and (b) for M3698 and (c) and (d) 
for M3587.  Low excess noise factor corresponding to k  ≈ 0.25 for M3698 and k  ≈ 0.2 
for M3587 was measured at M > 5. The measured noise is in good agreement to those 
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measured from InAlAs pin diodes with avalanche regions of 100 and 200 nm [9]. 
Measurements on side illuminated waveguide APDs produced consistent results. 
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Figure 5.3.3: Measured avalanche gain and excess noise factor for M3698: (a) and (b) and for 
M3587: (c) and (d). The lines corresponding to k = 0 to 0.20 (with an increment of 0.1), in the 
local noise theory [8]. Excess noise measured on InAlAs p-i-n diodes with avalanche regions of 
200 and 100 nm are included for comparison [9]. 
 
5.3.4 Frequency response measurement 
The on-wafer frequency response measurements between 10 MHz and 40 GHz were 
performed using the laser with a 40 GHz optical modulator, as described in chapter 2. 
The modulator was driven by a 50 GHz Agilent network analyser with the modulating RF 
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power of -2 dBm. Modulated laser was illuminated to the active area of the devices. The 
photocurrent measurements were shown in figures 5.3.4 (a) for M3698 (5 × 15 µm2) and 
(b) for M3587 (4 × 15 µm2). The two diodes show punch-through voltages of ~ 17.6 and 
~ 17.0 V. A wide-bandwidth of 50 GHz p-i-n photodetector from u2t Photonics, German 
(XPDV) was measured as a reference diode for comparison. Figures 5.3.5 (a) and (b) 
show the frequency response at a range of biasing for the fabricated devices with L = 15 
µm. Taking the response at punchthrough voltage as a reference and ensuring that the 
response was at least 10 dB higher than the system noise level, the response in both APDs 
was found to be amplified with the increased bias voltage due to their internal gain, 
providing advantages over p-i-n photodetectors. The values of the response increment at 
some selected frequencies for each device are shown in table 5.3. APDs fabricated from 
M3587 show higher response increment than M3698, particularly at frequencies above 20 
GHz.  
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Figure 5.3.4 Photocurrent measurement at the wavelength of 1.3 µm for (a) M3698 and (b) 
M3587. 
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Figure 5.3.5 Frequency response measurements on (a) M3698 and (b) M3587 under different 
reverse bias voltages. 
 
Table 5.3 Enhanced response with reverse bias voltage at selected frequencies 
Frequency  Maximum response increment (dB) 
with respect to response at 17.6 V 
M3698 
Maximum response increment (dB) 
with respect to response at 17 V 
M3587 
10 GHz 44.0 (23 V M = 18) 42.0 (-30 V M = 21.45) 
20 GHz 18.4 (-20.5 V M = 6.0) 28.0 (-25 V M = 5.4) 
30 GHz 17.0 (-20 V M = 5.2) 21.0 (-21 V M = 3.3) 
35 GHz 12.0 (-20 V M = 5.2) 24.0 (-20 V M = 3.0) 
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The frequency responses of APDs with different waveguide lengths were measured and 
their relative frequency response normalised to their values at 1.09 GHz at low gains was 
calculated for bandwidth comparison. The normalisation point was selected due to the 
high noise level in the setup below 1 GHz. The results are shown in figures 5.3.6 (a) for 
M3698 at ~ 18 V and (b) for M3587 at 17 ~ 17.5 V. Bandwidth measurement for the 
reference XPDV diode was also performed for comparison. Wide bandwidth at low gains, 
at voltages < 19 V under reverse biasing, was obtained for both APDs, as their similar 
relative frequency responses at low gains exhibited similar trend to the commercial 
XPDV diode, after an initial 10 dB drop before 10 GHz in APD M3698. In addition, both 
APDs with different waveguide lengths show a similar relative frequency response from 
the frequencies ranging 1.09 to 40 GHz. The upper frequency is limited by the optical 
modulation used in the current setup. 
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(a)      (b) 
Figure 5.3.6 Relative frequency responses of the devices with different waveguide lengths for (a) 
M3698 at 18 V and (b) M3587 at 17 ~ 17.5 V. Commercial 50 GHz XPDV diode is included for 
bandwidth comparison. 
 
5.3.5 Power dependence measurement 
The devices response varied with reverse biases and was measured at frequencies of 1, 10, 
20, 30 and 35 GHz as a function of the modulating power at a range that varied the 
optical RF. power. This allows us to investigate the linearity of our APDs. The RF power 
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from the network analyser was varied from -27 to 0 dBm. Higher RF power was not used 
as the ratio of APD output power to the modulating RF power was lower than the 
minimum ratio expected by the network analyser. The results are shown in figures 5.3.7 
(a) for M3698 and (b) for M3587. Power dependence measurements for the reference 
XPDV diode with the same RF power range were also performed for linearity 
comparison. 
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Figure 5.3.7 Power sweep at fixed frequency in (a) M3698 and (b) M3587. Commercial 50 GHz 
XPDV diode is included for linearity comparison. 
 
 
5.4 Discussions 
 
Dark current measurements showed both structures with different waveguide lengths 
have similar leakage currents, suggesting the dominant dark current is not bulk current. 
Measurements of leakage current between the bond pads show good agreement to those 
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from the diodes indicating the un-optimised bond pads as the source of leakage. Hence 
mesa diodes without bond pads for both structures were also fabricated. The bulk current 
density was 9.4 × 10-5 and 1.67 × 10-3 A/cm2 at 90% of the breakdown voltage for M3698 
and for M3587 respectively, corresponding to the bulk dark current below 0.26 and 3.7 
nA at 90% of the breakdown for both WG-APDs, which is lower than the reported planar 
InGaAs/InAlAs APD [11] with the current density value of 1.0 × 10
-2
 A/cm
2
 and the high 
speed resonant-cavity InGaAs/InAlAs APDs [12] with the value of 1.2 × 10
-2
 A/cm
2
 at 
90% of breakdown voltage. Further improvement of bond pad via effective etching 
etchant and etching depth to the semi-insulating substrate, effective passivation, and 
improving the resistivity of the substrate may help reduce the leakage dark current. 
Although the bond pads are not optimised, the dark current remains below 50 nA in 
M3698 with the biggest diode area of 5 × 55 µm2 and in M3587 with the biggest diode 
area of 4 × 55 µm2 at a bias of 90% of the breakdown voltage. There are approximately 
20 times lower than the 40 Gb/s waveguide APD reported by Makita et al. [10] with the 
diode area of 6 × 20 µm2, as shown in Fig 5.4.1. To our best knowledge, the APD 
reported by Makita et al, is the best reported for 40 Gb/s communication system.  
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Figure 5.4.1 Dark current comparisons for M3698 with the diode area of 5 × 55 µm2, M3587 with 
the diode area of 4× 55 µm2and the 40 Gb/s InGaAs/InAlAs waveguide by Makita et al. [10] with 
the diode area of 6 × 20 µm2. 
 
Since the APD fabricated from M3698 have a 200 nm InAlAs multiplication layer as 
deduced from the C-V modelling, its measured excess noise show the similar results as 
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those from InAlAs p-i-n diodes with a 200 nm avalanche region, suggesting the method 
used to deduce the gain at punchthrough voltage from the responsivity measurements was 
reasonable. Similarly the APDs fabricated from M3587 have a 165 nm InAlAs 
multiplication layer, and its excess noise falls between InAlAs p-i-n diodes with 
avalanche regions of 200 and 100 nm, demonstrating the consistence of excess noise for 
our APD with the InAlAs p-i-n diodes with the same avalanche region thickness. Our 
results suggest negligible excess noise contribution from the charge sheet and the 
absorption layer and hence verifying the epilayer design shown in tables 5.1 and 5.2.  
 
To predict the RC time constants of our APDs we characterised the APD capacitance and 
the contact resistance. The capacitance per unit area of M3698 and M3587 are 1.33 × 10
-4
 
pF/µm2 8.0582 × 10-5 pF/µm2, respectively. The parasitic capacitance originating from 
the bond pads was found to be value of ~ 21 fF. The contact resistivity value of 1.2 × 10
-4
 
Ω.cm2 was extracted from the Transmission Line Model (TLM) [13]. Hence the 
capacitance per unit area was scaled to the approximate APD area of the vertically 
illuminated diode with diameter of 100 µm while the resistance including the contact 
resistance was estimated from the metallisation area and the load resistance of 50 Ω, to 
estimate -3 dB RC limited bandwidth using equation (1.1.4). The calculated values are 
shown in table 5.4 and 5.5 for 3698 and for M3587 respectively. 
 
Table 5.4 Calculated capacitance, series resistance, RC limited bandwidth for M3698 with 
different waveguide lengths 
M3698 
Dimensions 
(wridge = 5 µm) 
Capacitance 
(pF) 
Resistance 
(Ω) 
Calculated -3dB RC limited 
bandwidth (GHz) 
L = 15 µm 0.031 450 11.4 
L = 30 µm 0.041 250 15.5 
L = 55 µm 0.058 159 17.2 
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Table 5.5 Calculated capacitance, series resistance, RC limited bandwidth for M3587 with 
different waveguide lengths 
M3587 
Dimensions 
(wridge  = 4 µm) 
Capacitance 
(pF) 
Resistance 
(Ω) 
Calculated -3dB RC limited 
bandwidth (GHz) 
L = 15 µm 0.026 450 13.6 
L = 30 µm 0.031 250 20.5 
L = 55 µm 0.039 159 25.7 
 
The capacitance in both diodes are 30 ~ 50 fF for M3698 and 26 ~ 40 fF for M3587, and 
these values are comparable to that from the 40 Gb/s waveguide APD reported by Makita 
et al. [10] with junction capacitance of 20 ~ 30 fF. However the un-optimised contact 
resistance in both waveguide diodes show a much higher value compared to the one 
reported by Makita et al. [10] with a series resistance of 10 Ω and total resistance of 60 Ω. 
Hence the bandwidth in both diodes should be lower compared to the 40 Gb/s APD 
reported by Makita et al. [10] from the RC limited bandwidth consideration.  In addition, 
from the calculation of the RC limited bandwidth for both APDs with different 
waveguide lengths which is shown in table 5.4 and 5.5, the frequency response of each 
APD with different waveguide lengths should be different. However both sets of devices 
show a similar relative frequency response as shown in figure 5.3.6(a) and (b), indicating 
their frequency response are independent of area. In addition of the similar relative 
response in both APDs compared to the commercial XPDV diode suggests that our APDs 
have a wide bandwidth up to 40 GHz, which are higher compared to the calculated RC-
limited bandwidth. Therefore our APDs seem to have overcome the conventional RC 
lump circuit effect. While our APDs are only up to 55 µm long, we believe the RC 
independent bandwidth represents a strong indication that “travelling-wave APDs” have 
been successfully achieved. It is worth noting that both APDs as well as the commercial 
XPDV diode show an initial frequency response drop before 10 GHz, which is probably 
due to the optical output variation from the optical modulator and some impedance 
mismatch effect at lower frequency, which causes a difficulty in defining the -3 dB 
bandwidth and thus the uncertainty of GBP value. Nevertheless, the amplification 
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amplitude at different frequency as shown in table 5.3 shows a significant signal 
enhancement 24 dB of at 35 GHz demonstrating the potential of our travelling-wave APD 
for 40 Gb/s applications. We believe the large enhancement due to a reasonably large 
gain represent a significant improvement over the 40 Gb/s InGaAs/InAlAs APD reported 
by Makita et al. [10], who have demonstrated their APD with GBP value of 140 GHz and 
at 35 GHz with M = 2 or 3, corresponding to maximum AC signal amplification of 9.5 
dB at 35 GHz. The higher amplification amplitude in M3587 than M3698 shown in table 
5.3 is probably due to its thinner multiplication layer and thus a higher GBP. 
 
Though the high bandwidth was obtained in both diodes, reducing the parasitic bond pad 
capacitance and lowering the contact resistance by increasing the doping in the cladding 
layer (> 10
19
 /cm
3
) and optimisation of the metallisation process can improve the RC 
limited bandwidth and reduce the difficulty in designing an active diode to be impedance 
match to the external circuit.  
 
There is no saturation effect observed within the RF power range in both two diodes as 
shown in figure 5.3.7. Both sets of diodes were edge-cleaved and thinned without any 
cleave facet engineering, and thus the cleaving process could induce facet geometry 
variation and damages, which may result the lower optical coupling efficiency and higher 
optical return loss in our diodes compared to the commercial 50 GHz XPDV diode. 
Therefore both diodes showed a lower response at punchthrough voltage compared to the 
commercial diode at all the frequency. However strong response amplification with bias 
was observed in both diodes. Particularly higher response with gain can be obtained in 
both diodes before 20 GHz compared to the commercial 50 GHz XPDV diode. The 
response amplification drops after 20.4, 20 and 19.8 V for M3698 and 25, 21 and 19.5 V 
for M3587 at the frequency of 20, 30 and 35 GHz respectively. Therefore lower response 
compared to the commercial XPDV diode is also probably due to the GBP effect. 
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5.5 Conclusion 
 
Two high speed InGaAs/InAlAs SAM APDs utilising travelling wave design were grown 
and characterised. Responsivity values of 0.35 and 1.1 A/W were measured at punch-
through voltages of M3698 and M3587 respectively. Low excess noise factor 
corresponding to k ≈ 0.25 and k ≈ 0.2 were obtained for multiplication layer thicknesses 
of 200 nm for M3698 and 165 nm for M3587, which are comparable with InAlAs p-i-n 
diodes with similar avalanche region thickness. Both APDs show a wide bandwidth up to 
40 GHz at low gains and higher values compared to the RC calculated bandwidth. And a 
similar relative response at low gains for each diode with different waveguide lengths 
suggests the devices are not affected by RC effects and behave as “travelling wave 
APDs”. No signal saturation effect has been observed at the RF power ranging from -27 
to 0 dBm. Both APDs show a capability of signal amplification up to 40 GHz. 
Particularly they have higher signal amplification at 35 GHz and lower dark current 
compared to the best InGaAs/InAlAs APD at 40 Gb/s reported by Makita et al. [10],  
proving their superiority and suitability in use for 40 Gb/s communication system. 
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Chapter 6 Temperature dependence in AlAsSb 
 
Chapter 5 has described the high speed InGaAs/InAlAs SAM APD with InAlAs 
multiplication layer thickness of 200 nm and GBPs 160 GHz [1]. Further reduced the 
avalanche region width in InAlAs is impeded by its onset of band to band tunneling 
current. The minimum value for telecom APDs at 10 Gb/s with a bit error rate of 10-12 are 
reported as 180 and 150 nm [2] for InP and InAlAs avalanche regions respectively. 
Therefore, new materials either with significantly superior ionization coefficient ratios or 
much lower tunneling currents to achieve much thinner avalanche regions will be 
necessary to obtain low excess noise, high GBPs and low temperature coefficients 
AlAs56Sb0.44 (hereafter AlAsSb), lattice matched to InP, has an indirect bandgap of 1.65 
eV, which is larger than the direct bandgaps of 1.34 eV in InP and 1.45 eV in InAlAs, 
and its phonon assisted tunnelling process [3] can be expected to exhibit a lower band to 
band tunnelling current and a smaller temperature coefficient of breakdown voltage, Cbd 
= ∆Vbd/∆T, where ∆Vbd and ∆T are the breakdown voltage and temperature differences 
with thinner avalanche regions. This chapter describes temperature dependence of dark 
current and avalanche gain on AlAsSb p-i-n diodes with avalanche region widths of 80 
and 230 nm at temperatures ranging from 77 to 295 K. Band to band tunelling current is 
investigated in the thinner diode at electric fields up to 1.07 MV/cm.  
 
6.1 Device structure 
 
Two p-i-n wafers were grown by molecular beam epitaxy (MBE) on semi-insulating InP 
substrates using Be and Si as the p+ and n+ type dopants respectively. The nominal layer 
details are summarised in table 6.1. The first wafer PIN1 has an avalanche region of w = 
100 nm while the second wafer PIN2 has a thicker w of 250 nm. Two p-i-n wafers were 
grown by molecular beam epitaxy (MBE) on semi-insulating InP substrates using Be and 
Si as the p
+
 and n
+
 type dopants respectively. The first wafer PIN1 has an avalanche 
region of w = 100 nm while the second wafer PIN2 has a thicker w of 250 nm. Circular 
mesa diodes with diameters, D of 50, 100, 200, 400 µm were fabricated by wet chemical 
etching using a 1:1:1 mixture of hydrobromic acid: acetic acid: potassium dichromate 
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solution. Ti/Au (20/200 nm) was deposited to form the top and bottom electrical contacts. 
Measurements and modelling of the voltage dependence of capacitance indicated that the 
depletion region widths are 80 and 230 nm, thinner than the nominal values. 
Table 6.1 Epitaxial layer structure of AlAsSb based p-i-n APDs. 
Layer Material Doping (/cm
3
) Thickness (nm) Dopant 
p
+ 
cap InGaAs 5 × 10
18
 50 Be 
p
+ 
cladding AlAsSb 2 ×10
18
 400 Be 
i-intrinsic 
(avalanche 
region) 
AlAsSb undoped 100 (PIN1) 
250 (PIN2) 
 
n
+ 
cladding AlAsSb 2 ×10
18
 50 Si 
n
+ 
etch stop InGaAs 5 ×10
18
 1000 Si 
InP semi-insulating substrate 
 
6.2 Experimental details 
6.2.1 C-V measurement 
Room temperature C-V measurements were performed on the PIN1 and PIN2 diodes. 
Figure 6.2.1 (a) and (b) shows the typical C-V profiles of 400 µm diameter diodes in 
PIN1 and PIN2 respectively and the corresponding modelled results. Dielectric constant 
of 10.95 was assumed for AlAsSb [4] and built-in voltage, Vbi, was assumed to be 0.9 V. 
Measurements and modelling of the voltage dependence of capacitance indicated that the 
intrinsic region widths in PIN1 and PIN2 are 80 and 230 nm, thinner than the nominal 
values. The background doping well below 1 × 1016 cm-3 in the avalanche region and 
high doping concentrations of ~ 1 × 10
18
 cm
-3
 in the p
+
 and n
+
 layers were deduced. 
Deduced peak electric fields at 0.95Vbd in PIN1 and PIN2 are 1.07 and 0.8 MV/cm. 
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Figure 6.2.1 Measured (symbols) and fitted (lines) C-V characteristics and deduced electric 
field profile for AlAsSb diodes with D = 400 µm and w = 80 nm (a) and 230 nm (b). 
 
6.2.2 Temperature dependence of dark current 
On wafer dark I-V measurements at 77, 140, 200, 250 and 295 K were performed on 
unpassivated diodes with D = 100 to 400 µm on both p-i-n structures using a low-
temperature probe station. Typical temperature dependence I-V results from diodes with 
D = 200 µm are shown in figure 6.2.2. The dark current in PIN1 is dominated by surface 
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leakage since the measured current scales with the diode perimeter at all temperatures. In 
PIN2 the dark current scales neither with the surface perimeter nor the area suggesting 
that both surface and bulk components are significant. The dark currents in both 
structures also reduce with decreasing temperatures with dark currents of < 10 nA 
obtained in PIN1 and < 30 nA obtained in PIN2 at 0.9Vbd when the temperatures are 
below 200 K. 
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Figure 6.2.2: Measured I-V characteristics for AlAsSb diodes with D = 200 µm and w = 80 nm 
(solid lines) and 230 nm (dash lines) at temperatures, T of 77, 140, 200, 250 and 295 K. 
 
Well defined Vbd, taken to be the voltage corresponding to the dark current of 100 µA 
was obtained for all devices at the temperatures measured. In PIN1 Vbd drops from 11.10 
to 10.98 V, a reduction of 10%, as the temperature reduces from 295 to 77 K. A larger 
change in Vbd was observed in PIN2, with a drop from 20.4 to 19.8 V, representing a 
reduction of 29.4%, as the temperature was varied over the same range. 
 
6.2.3 Temperature dependence of avalanche gain 
In order to determine unambiguously the temperature dependence of avalanche 
breakdown voltage, to isolate the contribution of surface leakage current and to rule out 
premature edge breakdown in the diodes, the temperature dependence of mean avalanche 
gain, M, measurements were performed using phase-sensitive detection techniques. This, 
obtained by mechanically chopping the laser beam with a wavelength of 633 nm, allows 
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the photocurrent to be measured independent of the dark current and electronic noise. 
Despite the low absorption confident at the wavelength of 633 nm for AlAsSb [6] and 
there was mixed carrier injected into the intrinsic layer, the avalanche breakdown voltage 
should have little dependence on injected carrier type [7]. The laser was illuminated on 
the centre of the diodes from the top surface of the p-i-n diodes and care was taken to 
prevent carrier generations at the sidewalls. Since the capacitance-voltage measurements 
showed small increase in the depletion width with bias, the increase in the primary 
photocurrent due the bias dependence of the collection efficiency was estimated using the 
technique proposed by Woods et al [8]. The total photocurrent was normalised to this 
primary photocurrent to provide the avalanche gain. The measured gain for PIN1 and 
PIN2 at 77, 140, 200, 250 and 295 K is shown in figure 6.2.3 (a) and (b). The results 
show small variations of avalanche gain with temperature in these AlAsSb diodes. At a 
given bias the gain increases marginally as the temperature is reduced. Consequently the 
temperature dependence of Vbd is also weak. The values of Vbd were estimated by linearly 
extrapolating the 1/M curves to 0, as shown in figure 6.2.4 (a) and (b) for PIN1 and PIN2 
respectively. We obtained Vbd  = 11.27 V at 295 K dropping to Vbd  = 11.06 V at 77 K for 
PIN1 and Vbd  = 20.46 V at 295 K dropping to Vbd  = 20.2 V at 77 K for PIN2, yielding Cbd 
values of 0.95 mV/K and 1.48 mV/K respectively. 
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(a)       (b) 
Figure 6.2.3: Avalanche gain or multiplication measured using a 633 nm laser on the diodes with 
(a) w = 80 nm and (b) 230 nm at temperatures of 77, 140, 200, 250 and 295 K. 
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Figure 6.2.4: Extrapolation of 1/M to 0 for the diodes with (a) w = 80 nm and (b) w = 230 nm at 
temperatures of 77, 140, 200, 250 and 295 K. 
 
6.3 Discussions 
 
The measured dark currents in both structures are predominantly surface leakage current 
at room temperature. This is most probably due to the absence of surface passivation, 
non-optimised etching procedures and the presence of high composition of Al which is 
known to oxidise easily when exposed. Despite the lack of surface passivation the dark 
current reduces significantly at low temperatures. The temperature dependence of dark 
current provides valuable data to assess whether band to band tunelling current is 
significant in our diodes. Band to band tunelling can be described by [9] 
]
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−=  ,    (6.3.1) 
where m* is the effective electron mass, q is the electron charge, Vt is applied reverse bias 
voltage, ξ is the electric field, A is the device area, h is the Plank’s constant, Eg is the 
band gap and σT is a constant that depends on the detailed shape of the tunelling barrier. 
Eg is replaced by Eg+ Ep, where Ep is the phonon energy, when modelling indirect band 
gap materials. 
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Equation. (6.3.1) shows that the band to band tunelling current increases rapidly with the 
electric field. To obtain a low tunelling probability, the effective mass and bandgap 
should be large and the electric field should be small.  Figure 6.3.1  shows the calculated 
tunelling current using equation (6.3.1) for InP and InAlAs diodes at the temperatures of 
293 and 14 K for ideal pin diodes with w = 80 nm. The values of the bandgap in InP are 
given by empirical equation [10] and the band gaps at 293 and 14 K for InAlAs were 
taken  Roura et al. [8], while the values of σT   for InP was used as 1.15 [12] and 1.26 for 
InAlAs [13]. The results show that the tunelling current depends weakly on temperature 
in both materials, reducing by approximately an order of magnitude when the temperature 
reduces from 290 to 14 K. In contrast we observed several orders of magnitude reduction 
in the dark currents in both PIN 1 and PIN2 diodes indicating insignificant tunelling 
current. The 77 K dark current density in PIN1 is as low as 10
-5 
A/cm
2
 at a reverse bias of 
0.95Vbd, corresponding to a field of 1.07 MV/cm. This is not surprising because AlAsSb 
has a larger band gap of 1.65 eV and it is an indirect band gap material. The indirect 
tunnelling for indirect band gap materials with the change of momentum in k-space has to 
be compensated by phonon assisted scattering. The tunnelling probability is reduced by 
replacing Eg to be Eg + Ep, while Ep is the phonon energy and therefore the magnitude of 
the tunnelling current as described by equation (6.3.1) is reduced. In addition associated 
with the momentum is its vector direction relates to the direction of tunnelling. There 
only the energy associated with momentum in the tunnelling direction contributes to the 
tunnelling process and the transverse momentum which is perpendicular to the direction 
of tunnelling can reduce the tunnelling probability. [3] Moreover the rule of thumb in Si 
APDs suggests that the avalanche mechanism generally dominates if the breakdown 
voltage is well above 6Eg/q [14]. In PIN1 the breakdown voltage is 11.27 V which is 
greater than 6Eg (9.9 V). Our data confirms that tunelling current is insignificant at least 
up to a field of 1.07 MV/cm which is much higher than the fields where tunelling current 
become dominant in InP and InAlAs. Therefore AlAsSb avalanche region as thin as 80 
nm has great potential to be used in conjunction with an InGaAs absorption layer to 
improve the bandwidth (due to reduced carrier transit time) and excess noise (due to 
enhanced dead space effects in sub-micron avalanche regions) for future telecom APDs. 
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More work will be necessary to establish the lower limit of w in AlAsSb before tunelling 
current becomes intolerable. 
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Figure 6.3.1 Calculated tunelling current density for InP and InAlAs diode with w = 80 nm at 290 
and 14 K and comparing with the current density in PIN1 at 77 K. 
 
The temperature coefficients of breakdown voltage for different semiconductor materials, 
such as Si [15], GaAs [16], Al0.6Ga0.4As [17], GaInP [18], InP [19] and InAlAs [20] are 
compared in figure 6.3.2 and a comparison for diodes with w < 300 nm is provided in 
table 6.2 for. It is clear that PIN1 with w = 80 nm shows the smallest Cbd than all 
materials with a range of w except for the thinnest GaAs diode with w of 25 nm. The Cbd 
value of 0.95 mV/K in our AlAsSb diodes is lower than the values of 3.9 mV/K for InP 
and 2.2 mV/K for InAlAs diodes with the same w, estimated using extrapolation of data 
in Ref [16]. However the band to band tunelling current rapidly increases at biases close 
to Vbd in GaAs diodes with w ≤ 95nm [16], InP diodes with w ≤ 130nm and InAlAs 
diodes with w ≤ 100nm [21] making it impractical to use such thin diodes for improving 
the temperature stability of GaAs, InP and InAlAs APDs. While the origin of the small 
Cbd in our AlAsSb is not fully understood, we believe it can be attributed to the combined 
effects of very thin w of 80 nm, large phonon energy and a strong alloy scattering. In 
general the value of Cbd decreases with w due to the reduced influence of phonon 
scattering at high electric fields in diodes with thin w [22]. Carriers encounter less phonon 
at high electric fields and hence the population of hot carriers is less dependent on 
temperature at high fields leading to a smaller Cbd. The phonon scattering rate is 
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proportional to N = (exp( ω /kT)-1)-1 the phonon occupation number, where ω is the 
phonon energy, k is Boltzmann’s constant and T is the absolute temperature.  Clearly a 
material with a large phonon energy will exhibit a smaller temperature dependence of N 
leading to a weaker temperature dependence of the population of hot carriers and hence a 
smaller Cbd. Finally the alloy scattering is given by [23]  
1212
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xx
m
a
alloy
γγpi
τ 
     (6.3.2)   
where a is the lattice constant, and ∆Ea is the alloy scattering potential, γ(E)=E*(1+αE) is 
the approximation of the nonparabolicity  of the conduction band and E is the carrier 
energy. This scattering rate is independent of temperature and we speculate that this 
could also contribute the small Cbd in our AlAsSb alloy.  
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Figure 6.3.2 Comparison of Cbd for AlAsSb (), Si () [15], GaAs () [16], Al0.6Ga0.4As () 
[17], GaInP () [18] InP () [19] and InAlAs () [20] diodes with submicron avalanche 
regions. 
Table 6.2 A comparison of Cbd in diodes with w < 300 nm 
Material w 
(nm) 
Cbd 
(mV/K) 
w 
(nm) 
Cbd 
(mV/K) 
AlAsSb 80 0.95 230 2.7 
Si [15] 70 1.53 290 4.38 
GaAs [16] 100 1.67 270 8.89 
Al0.6Ga0.4As [17] 89 3.176 -- -- 
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GaInP [18] -- -- 200 3.68 
InP [19] 80 3.9 200 6.0 
InAlAs [20] 80 2.2 200 4.1 
6.4 Conclusion 
 
We have grown, fabricated and measured the temperature dependence of dark current, 
avalanche gain and breakdown voltage in AlAsSb diodes with w = 80 and 230 nm. 
Measurements at temperatures ranging from 77 to 295 K showed that the dark current in 
both diodes was significantly reduced with decreasing the temperature. No evidence of 
band to band tunelling current was observed in the thin AlAsSb diodes. Avalanche gain 
obtained using a 633 nm laser exhibit a weak dependence on temperature leading to a 
very low temperature coefficient of breakdown voltage Cbd = 0.95 mV/K in the diodes 
with w = 80 nm. The low tunelling current and a very small Cbd confirms that AlAsSb has 
a great potential for fabrication of APDs with sub-100 nm avalanche region widths to 
increase the gain-bandwidth-product and to reduce the excess noise. 
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Chapter 7 Low excess noise InGaAs/AlAsSb SAM APDs 
 
This chapter reports the excess noise and temperature dependence of breakdown voltage 
in a novel separate absorption and multiplication (SAM) avalanche photodiode (APD) 
incorporating a 500 nm InGaAs absorption layer, InAlAs bandgap grading/field control 
layers, an AlAsSb field control layer and a 40 nm AlAsSb multiplication layer. 
 
7.1 Device structure 
 
A separate absorption and multiplication (SAM) APD structure comprising a 500 nm 
InGaAs absorption layer, 50 nm InGaAlAs (with a bandgap of 1eV) grading layer, 105 
nm InAlAs bandgap grading/field control layers, a 44nm AlAsSb field control and a 
50nm AlAsSb avalanche region was grown by molecular beam epitaxy on semi-
insulating InP substrate.  These layer thicknesses, deduced from modelling of 
capacitance-voltage (C-V) characteristics, and their corresponding nominal values are 
summarised in table 7.1. Circular mesa diodes with diameters, D, of 50, 100, 200 and 400 
µm were fabricated by wet etching using 1: 8: 80 mixture of Sulphuric acid: Hydrogen 
peroxide: deionised water, followed by a finishing etch using 1:1:5 mixture of 
Hydrochloric acid: Hydrogen peroxide: deionised water. Ti/Au (20 nm/200 nm) was 
deposited to form the top and bottom electrical contacts without annealing.  
7.2 Experimental details 
7.2.1 C-V measurement 
Room temperature C-V measurements were performed on a number of diodes and are 
shown in figure 7.2.1(a). The capacitance is proportional to the diode area as expected. A 
rapid drop in the capacitance, corresponding to the increase in the depletion region was 
measured between 6.0 and 8.2 V. A full depletion was achieved at ~ 8.2 V corroborating 
the punch-through voltage deduced from the current-voltage measurements in figure 
7.2.2. Relatively constant capacitance was obtained at voltages above 8.2 V since the 
diode is fully depleted.  
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Table 7.1 Structural details of the SAM-APD 
Doping concentration (cm
-3
) Thickness (nm) Layer Material Dopant 
Nominal Fitted Nominal Fitted 
p+ cap InGaAs Be 1 × 1019 1 × 1019 10 10 
p
+ 
cladding InAlAs Be > 5 × 10
18
 5 × 10
18
 300 300 
Grading InAlGaAs 
(Eg  = 1.1 
eV) 
-- undoped 1 × 10
18
 50 50 
i-absorber InGaAs -- undoped 6 × 10
15
 500 500 
grading InAlGaAs 
(Eg  = 1.1 eV) 
-- undoped 6 × 10
15
 50 50 
p charge sheet InAlAs Be 5  × 10
17
 5 × 10
17
 55 55 
intrinsic InAlAs -- undoped 1 × 10
15
 50 50 
p charge sheet AlAsSb Be 1  × 10
18
 1 × 10
17
 44 44 
i multiplication AlAsSb -- undoped 1 × 10
15
 50 40 
n
+
 cladding AlAsSb Si > 5  × 10
18
 5 × 10
18
 100 100 
n
+
 etch stop InGaAs Si 1  × 10
19
 1 × 10
19
 300 300 
InP semi-insulating substrate 
 
Modelling of C-V was performed to estimate the doping and electric field profile of the 
SAM-APD. Dielectric constants of 10.95 [1], 12.5 [2] and 13.5 [2, 3] were assumed for 
AlAsSb, InAlAs and InGaAs respectively. Good fit to measured C-V, as shown in figure 
2(b), was achieved when the following assumptions; a doping concentration of 1 × 10
17 
cm
-3
 in the AlAsSb field control layer, higher doping concentrations in the InGaAs 
absorption and InAlGaAs grading layers and thinner AlAsSb multiplication layer were 
made. The last two assumptions were thought to be reasonable to account for diffusion of 
dopants from the highly doped p and n layers. A comparison of parameters used in the C-
V fitting and nominal values is provided in table 7.1. 
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(a)      (b) 
Figure 7.2.1 (a) Measured capacitance for diodes with diameter of 50, 100, 200 and 400 µm. (b) 
Comparisons between measured, modeled and intended C-V. 
 
7.2.2 Dark I-V measurement 
The dark I-V characteristics of these unpassivated mesa diodes are shown in figure 
7.2.2(a). Dark current measurements showed incomplete suppression of surface leakage 
current. The surface leakage is smaller than bulk current in diodes with D > 50 µm. An 
acceptable number of devices exhibit low dark currents which scale with the area 
indicating the dominance of bulk dark current. The diodes show punch-through voltage of 
~ 8.2 V, corresponding to the voltage required to achieve a full depletion of the InGaAs 
absorption layer as shown in figure 7.2.2(b). A step increase in the dark current, 
associated with the higher dark current from the InGaAs layer, was measured at this 
punch-through voltage. The measured dark current density at this punch-through voltage 
is ~ 8 × 10
-6
 A/cm
2
. 
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(a)      (b) 
Figure 7.2.2 (a) Dark current density obtained from diodes with diameter of 50 to 400µm and (b) 
Comparison between dark current, photocurrent and calculated tunelling current from the InGaAs 
absorption layer. 
 
7.2.3 Excess noise measurement 
A customised circuit [4, 5] was used for avalanche gain, M, and excess noise, F, 
measurements. Using the phase sensitive detection, the gain and excess noise can be 
measured independent of the dark current and system noise. A 1.52 µm He-Ne laser was 
used to provide pure electron injection profile for the measurements. In order to deduce 
the avalanche gain in our SAM-APD, it is necessary to provide a reference for 
photocurrent value at unity gain. Hence the responsivity value at the punch-through 
voltage was measured to deduce the value of gain at the punch-through voltage. A 
responsivity value of ~ 436 mA/W was measured under optical powers ranging from 200-
260 µW, assuming a semiconductor reflectivity of 0.3 [6]. This responsivity value is 
higher than the theoretical maximum value of 413 mA/W expected in our 500 nm 
InGaAs absorption layer, assuming an absorption coefficient of 8.0x103 /cm [7] 
suggesting an avalanche gain of at least M ~ 1.06 at the punch-through voltage. Typical 
avalanche gain and the associated excess noise factors measured using a 1.52 µm laser 
are shown in figure 7.2.3. M = 10 was obtained at 26.5 V. Low excess noise factors 
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falling between the lines k = 0.1 to 0.15 in the local noise theory [8] were measured at M 
> 6. 
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(a)      (b) 
Figure 7.2.3 Measured avalanche gain (left) and excess noise factor (right). The lines 
corresponding to k = 0 to 0.20 (with an increment of 0.05), in the local noise theory [8] and 
excess noise measured on an InAlAs pin diode with an avalanche region of 100 nm [10] are 
included for comparison. 
7.3 Discussions 
 
The measured dark current is thought to be predominantly due to the generation 
recombination currents, at low bias voltage and band to band tunelling current from the 
narrow band gap InGaAs absorption layer at high bias. Although the surface leakage 
current in the devices is not negligible due to lack of the surface passivation, the dark 
current at punch-through voltage in our APDs are very competitive compared to the Ge 
diodes grown directly on Si, which are considered one of the leading technologies for 
integration with Si. The comparison is provided in table 7.2. 
Table 7.2 Current density comparison between our diode and Ge based diodes. 
 Current density (A/cm
2
) 
Our AlAsSb based diode ~8 × 10
-6
 A/cm
2
 at punchthrough voltage (M = 1.06) [11] 
Ge/Si APD 
 
~0.21 A/cm
2
 at -22 V (the punchthough voltage and M = 6) [12] 
Ge/Si APD ~1.59 × 10
-5
 A/cm
2
 at -3 V and gradually increased to           
6.3694 × 10
-4
 A/cm
2
 at -15 V (M ~ 1) [13] 
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Ge/Si photodetector 7.9618 × 10
-3
 A/cm
2
 at -2 V (the structure fully depleted) 
Ge p-i-n photodiodes on Ge 
substrate 
2.83 × 10
-5 
 A/cm
2
 at -1 V. [14] 
 
To estimate the tunelling current we modeled our C-V to extract the doping profile and 
calculate the electric field profile as shown in figure 7.3.1. The intended C-V and electric 
field profiles are also shown for comparison in figures 7.2.2(a) and 7.3.1 respectively.  
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Figure 7.3.1 Deduced and intended electric field profiles at punch-through voltages (left) and at a 
higher bias of 22.0 V (right).  
It can be seen from figure 7.2.2(b) that the full depletion should be achieved at a punch-
through voltage of 12.4 V, larger than the measured voltage 8.2 V. The intended doping 
profile should produce two distinct drops in the capacitance at voltages of 4.4 and 11.9 V 
as the device depletion region extends beyond the AlAsSb and InAlAs charge sheets 
respectively. The deduced and intended electric field profiles are significantly different. 
These deviations are mainly attributed to the low Be doping concentration in the AlAsSb 
field control layer of ~ 1 × 1017 cm-3 compared to the targeted value of 1 × 1018 cm-3. The 
secondary ion mass spectroscopy (SIMS) measurement was also performed, as shown in 
figure 7.3.2. The SIMS result also indicated the Be doping concentration in the charge 
sheet is ~ 10
17
 cm
-3
, lower than the targeted values. This leads to high electric fields, 
significantly above 200 kV/cm, in the InGaAs layer resulting in high tunelling currents 
which can be estimated using [9] 
]
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where m* is the effective electron mass, q is the electron charge, ξ is the electric field, A 
is the device area, h is the Plank’s constant, Eg is the direct band gap and σT is the 
constant dependent on the barrier shape. σT  = 1.21 was found to yield good fit to the 
measured dark current at the voltages above 22.0 V, confirming the presence of tunelling 
current in the InGaAs layer, as shown in figure 7.2.1(b).  
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Figure 7.3.2 SIMS results of the InGaAs/AlAsSb SAM APD. 
 
At the punch-through voltage of 8.2 V, our model suggests that the electric fields in the 
InAlAs and AlAsSb i-regions are 442 and 516 kV/cm respectively. The onset of 
avalanche gain in an InAlAs pin diode with an avalanche region of 100 nm has been 
measured at a field of ~ 363 kV/cm (M = 1.01) [10, 15] while our recent work on AlAsSb 
pin diode with an avalanche region of 80 nm suggested that avalanche gain is measurable 
when the field exceeds 489 kV/cm (M = 1.01) [16]. It is therefore not surprising that M 
~1.06 was measured at ~ 8.2 V in our SAM-APD as small gains can be expected from 
both InAlAs and AlAsSb i-regions. Using a 1.52 µm laser we have also performed shot 
noise measurements of our SAM-APD biased at 8.2 V and compared the measured noise 
to that of a commercial Si pin diode. At a given photocurrent the ratio of the shot noise of 
our SAM-APD to that of a Si pin diode yields M~1.05 consistent with the value derived 
from the responsivity data. 
 
The simulated electric field profiles in figure 7.2.3 also showed that the field in the 
InGaAs absorption layer exceeds 200 kV/cm at 22.0 V and is consistent with the onset of 
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significant tunelling current observed in figure 7.2.1(b). Increasing the charge density in 
both the InAlAs and AlAsSb field control layers will be necessary to suppress the 
tunelling current. Two field control layers were adopted in our design since the field 
required to achieve high gain in thin AlAsSb is > 1 MV/cm while field < 200 kV/cm in 
the InGaAs absorption layer is essential to control the tunelling current. Since significant 
tunelling current will be observed in InAlAs if the field exceeds 650 kV/cm [15] adopting 
a single thick InAlAs charge layer is not practical. A single thick charge layer will also 
compromise our attempt to confine the avalanche process in a very thin avalanche region. 
Moreover the InAlAs layers also act as bandgap grading layers to minimise carrier 
trapping at the heterojunctions. At the punch through and higher voltages, the fields in the 
charge layers exceed 442 kV/cm and the electrons are likely to occupy the X and L 
valleys. Although the band alignments between AlAsSb and InAlAs at these valleys are 
unknown, carrier trapping appears to be insignificant since we obtained high responsivity 
value at the punch through voltage. 
 
The measured excess noise is slightly lower than those measured in an InAlAs pin diode 
with a 100 nm avalanche region. This is encouragingly low despite the low Be doping in 
the AlAsSb charge sheet that leads to higher than intended electric fields in the InAlAs 
and InGaAs layers, leading to impact ionisation in these layers. The wider effective 
avalanche region will therefore increase the excess noise. At the maximum bias, of 26.5 
V we estimated the electric field in the InGaAs to be 270 kV/cm. Using ionisation 
parameters from [17] the pure electron and pure hole initiated gains, at 270 kV/cm in the 
InGaAs absorption layer, are 1.22 and 1.04 respectively. Since these are low we believe 
that the excess noise is dominated by ionisation in the InAlAs and AlAsSb layers. We 
also believe the low measured excess noise can be attributed to the dead space effects in 
the 50 nm InAlAs and 40 nm AlAsSb i-regions. Further reduction in the excess noise 
should be possible by increasing the Be doping concentration in the AlAsSb charge sheet 
to confine the avalanche multiplication in the AlAsSb i-region only. This should enhance 
the dead space effects leading to further reduction in excess noise. 
 
For gain-bandwidth measurements low device capacitance and resistance are essential. 
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The capacitance per unit area of our structure is 1.57 × 10-4 pF/µm2. For a typical high 
speed diode with a diameter of 25 µm a low capacitance value of 0.08 pF can be expected. 
However the current contact resistivity is high. A value of 4.83 × 10
-4
 Ω.cm2 was 
extracted from the transmission line model. The contact resistivity in the typical high 
speed diode is ~ 10
-6
 Ω.cm2 with the high doping level of 10-19 /cm3 in the cladding layer 
and with an optimised metallisation process. However the doping level in our structure is 
not high enough and no optimisation process has been performed. Hence optimisation of 
the contact resistivity as well as microwave bond pads for characterisation of the gain 
bandwidth product of our AlAsSb based APDs is a subject of future research. Evaluation 
of different metallisation schemes and annealing conditions to lower the contact 
resistivity will be necessary. 
 
7.4 Conclusion 
 
A SAM APD incorporating a 40 nm AlAsSb avalanche region and a 500 nm InGaAs 
absorption region has been grown and characterised. A reasonably low dark current 
density of 8 × 10-6 A/cm2 was measured at the punch-through voltage of 8.2 V, which is 
quite competitive with the Ge diodes grown on Si. A high responsivity of 436 mA/W was 
measured at 8.2 V using a 1.55 µm laser. This suggests no significant carrier trapping at 
the heterojunctions and a non-unity gain at punch-through. A gain of M ~ 1.06 was 
deduced by comparing the measured and theoretical responsivities and corroborated by 
shot noise measurements on Si pin diodes. 
 
The lower than intended doping concentration in the AlAsSb field control layer increases 
the fields in the InGaAs layer above 200 kV/cm leading to significant tunelling current as 
well as higher than intended field in the InAlAs layers. Consequently avalanche 
multiplication from both the InAlAs and AlAsSb i-layers contribute to the overall mean 
gain. Despite this excess noise lower than that from an InAlAs pin diode with a 100 nm 
avalanche region was measured. The measured excess noise yields an effective k ~ 0.1 to 
0.15. Use of thinner avalanche region should improve the excess noise. Therefore we 
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believe AlAsSb avalanche regions with thicknesses below 100 nm are highly promising 
for low noise APD as well as providing high thermal stability due to their small 
temperature coefficients of breakdown.  
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Chapter 8 Conclusion 
8.1 Conclusion 
 
This work provides a systematic investigation of design, fabrication optimisation process, 
and characterisation of high speed InGaAs photodiode, InGaAs/InAlAs SAM APD and 
novel AlAsSb-based APDs for potential applications in the next generation optical 
communication system. 
 
The conventional vertically illuminated and side illuminated waveguide InGaAs p-i-n 
photodiodes with an intrinsic layer thickness of 300 nm have been characterised. The 
vertically illuminated devices show a reduction of bandwidth with increasing the device 
area and the values are consistent with the calculated RC limited bandwidth. The 
bandwidths of waveguide devices with different waveguide lengths are lower than 
predicted RC limited values and are probably limited by the un-optimised bond pads on 
the semi-insulating substrate. The maximum -3 dB bandwidths of 23.5 and 26.5 GHz 
were measured for vertically illuminated diodes with mesa diameter of 10 µm and 
waveguide diodes with length of 15 µm, respectively. The external quantum efficiencies 
of 30.4 and 38.4% were also measured for the vertical illuminated and waveguide devices. 
Higher bandwidth and external quantum efficiency corresponding to a higher bandwidth-
efficiency product was demonstrated in the waveguide devices compared to the vertically 
illuminated devices. 
 
Characterisation of two high speed InGaAs/InAlAs APDs adopting travelling wave 
designs has been performed. Both set of devices show a low dark current below 50 nA at 
0.9Vbd. Responsivity value of ~ 0.35 A/W for M3608 (with an InGaAs absorption layer of 
600 nm) at -17.6 V and ~ 1.1 A/W for M3587 (with an InGaAs absorption layer of 1200 
nm) at -17 V were measured. Consequently the avalanche gain was deduced to be 1.06 
and 2.04 at their respective punchthrough voltages. The corresponding excess noise 
factors were found to be close to curves with a k value of 0.25 and 0.2, consistent with the 
InAlAs p-i-n diodes with the same avalanche region thickness. Wide bandwidths at low 
gains up to 40 GHz were shown for both APDs with different waveguide lengths and the 
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values are higher than the calculated RC limited bandwidth, suggesting insignificant RC 
effects due to the travelling-wave design. No signal saturation effect has been observed 
with the RF power ranging from -27 to 0 dBm. The capability of achieving higher signal 
amplification at 35 GHz, together with lower dark current in both APDs, than the best 
InGaAs/InAlAs APD at 40 Gb/s reported by Makita et al. [1] was also demonstrated. 
Hence their suitability for use in 40 Gb/s communication systems have been shown. 
 
The temperature dependence of the novel AlAsSb p-i-n APDs with w = 80 nm and 230 
nm has also been investigated. Currently devices show surface dominated leakage current, 
which reduces with temperature. No measurable band to band tunelling current was 
observed in the thinner diodes at electric fields up to 1.07 MV/cm. Temperature 
coefficients of breakdown voltage of 0.95 and 1.48 mV/K were obtained from the diodes 
with w = 80 and 230 nm respectively, which are significantly lower than a range of 
semiconductor materials with similar avalanche region widths. The novel 
InGaAs/AlAsSb SAM APDs incorporating a 500 nm InGaAs absorption layer, and a 40 
nm AlAsSb multiplication layer was first grown and characterised. A reasonably low 
dark current density of 8 × 10
-6
 A/cm
2
 and a high responsivity of 436 mA/W using a 1.55 
µm laser were measured at the punchthrough voltage, which is quite competitive 
compared to the currently reported Ge related diodes. Low excess noise factor 
corresponding to k of 0.1 ~ 0.15 was measured and it is lower than that from an InAlAs 
pin diode with a 100 nm avalanche region.  
 
8.2 Suggestions for future work 
 
 
The un-optimised bond pads and the thin absorption layer with 300 nm thickness 
currently limit the bandwidth and quantum efficiency in the InGaAs p-i-n diodes. 
Redesigning the bond pads utilizing the air-bridge techniques and growing a buffer layer 
upon the semi-insulating substrate in the structure may minimise the microwave loss and 
leakage current from the substrate. Integrating an optical matching layer which is 
designed to match the optical field envelope of the fiber underneath the InGaAs p-i-n 
diodes [2] to increase the light absorption area may improve the efficiency in the diode.  
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Low dark current, low excess noises, wide bandwidth and high GBP have been 
demonstrated on our InGaAs/InAlAs APDs. However the performance of a receiver 
module containing an APD with a per-amplifier has not been assessed via sensitivity 
measurements. Integrating the APD with pre-amplifiers, either through on wafer in-plane 
integration or by wire bonding two devices together could be a subject of future work. In 
addition of detecting the weak optical signal, the combination of APD and the pre-
amplifier can be used to amplify the converted electrical signal into hundreds of mill 
volts for digital circuit with low fed in noise. There would be a very high excess noise 
generated in APD if it provides hundreds of gains alone for the following circuit signal 
requirement. Temperature dependence of excess noise and bandwidth can be performed 
to determine the ionisation coefficient ratio in InAlAs, which depends critically on the 
scattering environments [4]. 
 
The extremely low Cbd has been demonstrated in AlAsSb p-i-n diodes and 
InGaAs/AlAsSb SAM APDs. However the measured dark currents in all structures are 
predominantly surface leakage current at room temperature. Therefore surface 
passivation and optimised etching procedures are required. The origin of the small Cbd in 
AlAsSb also needs to be fully understood. Modelling incorporating appropriate 
temperature dependence of ionisation rate, phonon and alloy scattering rates will be 
necessary to quantify the small Cbd observed in our thin AlAsSb diodes.  
 
Despite low excess noise factor yielding k factor of 0.1 ~ 0.15 was measured in the 
InGaAs/AlAsSb SAM APDs. The noise is thought to be contributed by both InAlAs 
charge sheet and multiplication layer because the low Be doping in the AlAsSb charge 
sheet that leads to higher intended electric field in the InAlAs and InGaAs layer and 
wider effected avalanche region width. Therefore optimisation of growth conditions to 
increase Be doping concentration in the AlAsSb charge sheet to confine the avalanche 
multiplication in the AlAsSb multiplication layer can further reduce its excess noise and 
increase the speed.  
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Appendix A Analytical calculations of circuit elements in CPW 
 
 
This appendix describes the analytical calculations for the transmission line circuit 
elements of coplanar waveguide (CPW), which includes the capacitance, C, the 
inductance, Li, the dielectric constant, ɛ
r
, the microwave effective dielectric constant, ɛ
r_eff, and the characteristic impedance, Z0. The cross section of a CPW structure on 
dielectric substrate is shown in figure A.1. 
 
 
Figure A.1 Schematic of a CPW without bottom ground metal. 
 
The circuit elements in a CPW without bottom ground plan are [1, 2],  
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[1] G. Ghione and C. Naldi, “Analytical formulas for coplanar lines in hybrid and 
monolithic MICs,” Electron. Lett., vol. 20, pp. 179-181, 1984.  
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Inc., pp. 355-356, 1987. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 117 
Appendix B Calculation of electric field profile 
 
The electric field of diodes can be obtained by solving the Poisson equation and 
preserving the charge equilibrium in this appendix. This is different from the model 
described by Tan [1] which considers the continuous electric field profile in the depletion 
region. A homojunction p+p-n+ diode is considered below and shown in figure B.1. The 
doping in the p
+
, p
-
 and n
+
 region are respectively N
’
1, N
’
2 and –N
’
3 (negative sign denotes 
n-type doping) and X1, X2 and X3 are the corresponding thickness of each region.  
 
Figure B.1 Electric filed profile in the p
+
p
-
n
+
 diode 
 
From Possion’s equation: 
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Substituting equation (B.2), (B.3) and (B.4) gives 
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Therefore from eqnuation (B.5), X1 can be solved  
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Extending the analysis to a 4 region structure such as in a Separate-Absorption-
Multiplication APD gives: 
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For a 5 region structure such as in a Separate-Absorption-Charge Sheet-Multiplication 
APD we have: 
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Therefore the electric filed profile of a multi-layer structure can be calculated by 
inspection of eqns. (B.7, 8, 9), the expression for a1, b1 and c1 for a structure with m 
regions is:   
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So that the depletion in the first region, X1, and the mth region, Xm, can be expressed as: 
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All layers, except the first and the mth layer, in a structure with m regions are fully 
depleted and the total depletion width, d, is 
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[1] C. H. Tan, "Measurements of excess avalanche noise in sub-micron Si and 
Al0.8Ga0.2As avalanche photodiodes," in EEE. Doctor of Philosophy: The University 
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Appendix C Operation instructions for high speed 
measurement setup 
 
The frequency response measurement using the network analyzer (VNA) together 
with the 40 GHz optical EAM @ 1.3 µm and heterodyne setup @ 1.55 µm were 
described as follows: 
 
1. VNA and EAM @ 1.3 µm operation: 
(a) Calibrate the whole system: (if there is a good already known reference diode) 
(1) Connect the systems as shown in figure C.1 and turn on the power supply of each 
equipment; 
 
    
Figure C.1 Calibration process using the VNA and EAM. 
 
(2) Reverse bias the modulator at -1 V; 
(3) Set the RF power at the network analyzer with + 10 dBm; 
(4) Open the laser diode; 
(5) Set the average factor at the network analyzer; 
(6) Set the calibration frequency range (10 MHz ~ 50GHz) 
(7) Press the “Calibration wizard” at the network analyzer; 
(8) If during the measurements, any setting has been changed (such as the RF power or 
average factor), repeating the calibration processing. 
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(b) Frequency response/Power sweep measurement: 
(1) Connect the systems as follows: (The EAM operation instruction sheet shown besides 
with note “Switch on”. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Figure C.2  Frequency response measurement using VNA and EAM 
 
(2) Reverse bias the modulator at -1 V; 
(3) Set the RF power at the network analyzer with 0 dbm; 
(4) Open the laser diode; 
(5) Set the frequency range (10 MHz ~ 40 GHz) 
(6) Set the average factor at the network analyzer; 
(7) Set the IF bandwidth to be 100 kHz to lower the noise floor 
(8) For frequency response measurement, select the “sweep type” as “frequency 
response” and select “Power sweep” as the power sweep measurement. 
(9) Set the “receiver B” from “Port 2”to directly perform the frequency response from the 
integrated receiver in the VNA. 
(10) If the detector has a strong response, the optional frequency response 
measurement can be carried out using “S21” measurement. 
(11) Save the results in the format of “.trace”. 
 
 
(c) Shut down the setup: 
(1) Followed the EAM operation instruction sheet shown besides with note “Switch Off”. 
(2) Turn off the net work analyzer and SMU. 
(3) Turn off the mains power. 
 
 
(d) EAM operation limit: 
(1) 40GHz modulator operation: 
(2) Maximum forward DC voltage: + 0.6 V; 
(3) Maximum reverse DC voltage: - 4 V; 
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(4) Maximum Input optical power: + 14 dBm;  
(5) Maximum RF voltage (peak to peak): 3 V (Vrms: 1.06 V) --Maximum RF power: 13 
dBm. 
(6) Operation temperature: 15-50 °C 
 
 
(e) Additional information of EAM 
(1) HP 6GHz laser: output optical power @ 1.3um was193uW measured by Thorlabs 
power meter before the fibre was connected to the 40 GHz modulator (1.3 um). 
(2)  Connected the HP laser with the 40 GHz modulator and measured the output power 
from the modulator. (Here, the output laser light would be absorbed by the modulator, 
which was defined the operation voltage range). 
Bias (V) Output power from the modulator (µW) 
+0.4 5.8 
+0.2 4.985 
0 3.8 
-0.5 1.45 
-1 0.55 
-1.5 0.32 
-2 0.25 
-2.5 0.215 
-3 0.214 
-3.5 0.22 
-4 0.25 
 
(3) According to above results, the best DC voltage was operated at the reverse bias of -
1V with the RF power (set from the network analyzer:  10 dBm (corresponding to 
Vrms: 0.71V) 
 
 
2. Heterodyne setup operation: 
(1) Connect the system as shown in figure C.3 and turn on the power supply of each 
equipment 
 
Figure C. 3 Frequency response measurement using heterodyne setup. 
 
(2) Take 20 ~ 25 minis to warm up the thermist and spectrum analyser; 
(3) Press the hard key of “shift + calibre” and select “Full calibration” to calibrate the 
whole system; 
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(4) Setting for the Melles Griot DTC301 temperature controller is as follows: 
1) Ilimit: Current flowing the Peltier Cool (@ 100 mA) 
2) ILD: Control current flow through the laser diode ( Ith = 35 µA) 
3) PLD: Control output power from the laser diode 
4) IPD: Feedback loop to control power of the laser module and if the current ≥ 5 µA 
indicating the constant power output 
5) Select the “constant P” as the constant power mode operation during the 
measurement. 
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Appendix D Fabrication Process 
 
The travelling wave avalanche photodiode (TWAPD) wafer was processed by the 
following steps in detail. 
 
 
1. Cleaving:  
(a) Put wafer orientation marks on back side of the wafer. 
(b) Backside cleave, and cotton bud press the topside, rotating the cleaver.  
(c) Change the filter paper and N2 gun bowl the wafer. 
 
2. Cleanning: (avoid superheating) 
(a) boil in n-bytal 30 s 
(b) boil in acetone 30 s 
(c) boil in IPA 
(d) Inspection the surface 
 
3. Top contact metallisation (The pattern process needs to be known the crystal direction 
according to the back arrow indication) 
(a) Dehydrate bake the sample around 1.5 min 
(b) After removing the sample edge photoresist, TW-APD top contact mask: UV 400 
light exposure 0.9 s and development: 60 s. Alignment needs to be maximum view 
and vertical side in the surface.  
(c) Thermal evaporation Ti/Pt/Au (10/30/200 nm) 
1) Ti: 6 cm; Pt: 10 mg; Au: 2 coils--------Pay attention to the different height, get 
different temperature radiation to avoid heat up or damage the sample 
2) Ti and Pt always need to high temperature to evaporate, so that need to pay 
attention to the coil would not drop into the sample.  
3) Pt: 12 cm; Ti: 12 cm; Au: 6cm 
(d) evaporation process: 
1) Weigh the metal 
2) First fit well the metal into the coils---Au two lengths 
3) Clean in the acetone 
4) Put the sample in the Al plate and above the monitor. The Al plate is used as a 
temperature conductor for the wafer because the evaporation temperature for Pt is 
quite high which can damage the photoresist during the evaporation process. 
5) Do the instructions: 
1. Turn on the both monitor power supply 
2. Make sure the switch box is on the correct evaporator selection 
3. Check “Au”, press “Data”, choose “Layer” 
4. press the “shutter” will be on, “0000” means something wrong 
5. after use, switch off 
(e) Lift off in the acetone 
(f) Inspection: under the microscope and use the curve trace to test the ohmic contact. If 
not ohmic, then rapid thermal annealing (RTA) the sample to improve the contact 
resistance. 
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(g) RTA (optional): annealing temperature (420 °C, 30 s) 
 
4. Waveguide mesa etch 
(a) 3-steps cleaning (n-butyl acetate, acetone and warm in IPA) 
(b) Dehydrate bake the sample around 1.5 min 
(c) After removing edge photoresist, TW-APD mesa mask: BPRS100, exposure: 0.9 s 
and development: 1 min 
(d) Dectack measure the thickness of the photoresist and record the thickness 
(d) Use H2SO4: H2O2: DIW (with the ratio of 1:8:80) etch to the InGaAs layer (etch rate: 
0.5 µm/min) 
1) M3698: 1.51-1.81 µm 
2) M3699: 1.91-2.21 µm  
3) M3697: 2.02-2.32 µm 
(e) Inspection under microscope and clean the photoresist in the acetone 
 
 
5. Second isolation mesa etch-------etch to the semi-insulating substrate 
(a) 3-steps cleaning (n-butyl acetate, acetone and warm in IPA) 
(b) Dehydrate bake the sample around 1.5 min 
(c) (After removing the sample edge photoresist, TW-APD second mesa mask: BPRS200, 
exposure time: 2 s and development: 1 min. 
(d) Dectack measure the thickness of the photoresist and record the thickness 
(e) H2SO4: H2O2: DIW (with ratio of 1:8:80) finish etching the bottom n
+
 InGaAs layer 
and H3P04: HCL: DIW (with ratio of 3:1:2) which etched the InP semi-insulating 
substrate for 10 s with the thickness of 0.5 µm. 
(f) Inspection under microscope and clean the photoresist in the acetone 
 
   
6. Ground contact  
(a) 3-step cleaning (n-butyl acetate, acetone and warm in IPA) 
(b) Dehydrate bake the sample around 1.5 min 
(c) After removing the sample edge photoresist, TW-APD lower contact mask: BPRS 
100, exposure time: 0.9 s and development: 1 min. 
(d) Thermal evaporation: In/Ge/Au (10/20/200nm)  (procedure the same as top contact) 
(e) Lift off in the acetone 
(f) RTA (optional): annealing metal temperature (360 °C, 3 s) 
(g) Surface and resistance inspection 
 
7. SiNx dielectric layer passivation  
(a) 3-step cleaning (n-bytal, acetone, warm IPA---after RTA) 
(b) PECVD coating SiNx (SiNx +NH3->SiNx+H2), thickness: 200 nm, deposition rate: 
10~11nm/min at 293.3 °C. 
 
8. Contact window open by reactive ion etching (RIE) 
(a) 3-step cleaning (n-butyl acetate, acetone and warm in IPA) 
(b) Dehydrate bake the sample around 1.5 min 
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(c) Use photoresist promoter hexamethydisilazane and spin 30 s @ 4000 rpm (improve 
the photoresist adhesion to deposited SiNx)  
(d) TW-APD contact window open mask: BPRS 200, exposure time: 2.2 s and 
development: 1 min. The increased exposure time was because the deposited SiNx 
layer acted as an anti-reflecting coating layer. The photoresist at sample edge needs to 
be pre-removed. 
(e) RIE process needs to get the vacuum environment 
1) Recipe: CHF3 (35sccm) + O2 (5sccm); Pressure: (35mTorr); RF Power (Forward 
power (FWDP): 70W, Reflective power (REFP): 0W; etch time: 7 minis 
(f) Dectack measure the thickness of the photoresist and record the thickness 
(g) Inspection under microscope and clean the photoresist in the acetone 
 
 
9. CPW bond pads metallization 
(a) 3-step cleaning (n-butyl acetate, acetone and warm in IPA) 
(b) Dehydrate bake the sample around 1.5 min 
(c)  After removing the sample edge photoresist, TW-APD BP contact mask: BPRS 100, 
exposure time: 1.1 s and development: 1 min ( (b) Exposure, developing time are 
tried the time above 
(d) Thermal evaporation Ti/Au (10/500 nm) 
(e) Lift off in the acetone 
(f) Inspection under microscope. 
 
10. Substrate thinning (by mechanical polishing using Minimet) 
(a) Mount the sample onto the lapping chuck by wax on the hot plate (@100 °C) 
(b) Put the lapper medium, start with 6  µm sand for roughness lapping surface, followed 
with 1 µm sand for better lapping surface and finally finished with ¼ µm sand for the 
best lapping surface. Put the lubricate liquid during lapping process 
(c) Thinning the sample into ~ 150 µm 
 
11. Waveguide scribe 
(a) Carefully clean the thinned sample by 3-step cleaning (n-butyl acetate, acetone and 
warm in IPA) 
(b) Follow the scribe machine instruction sheet in Sheffield III-V National Center 
(c) For InP/InGaAs, set tool holder pressure : ~ 0.5 KPa, break pressure: 30 KPa 
(d) Carefully clean the cleaved sample by 3-step cleaning (n-butyl acetate, acetone and 
warm in IPA) 
 
 
 
 
 
 
